./.

CHINA STEEL AND N

IPPON STEEL VIETNAM

Certificate No. 200629F00007
: - - 5 oo J JOINT STOCK COMPANY
Page FODO07- 02 MILL TEST CERTIFICATE (e ﬁﬁ 3 My Xusn A2 Indosslal Zane, My Xuan Ward,
Isstie dite 30/06/2020 nﬂwv 4 Phu My Town, Ba Ria - Vung Tau Province, Vietnam
Tt 1: 0254 393 1168 Fax: 0254 393 2188
POSCO INTERNATIONAL MEXICO 5.A, DE C.V,
CUSTOMER Invoice No, 520060024 Shipping Date 10/07/2020
i T |ASTM A1008 CS TYPE B T ; N R
SPECIFICATION @—_:‘_ n Cuslomer No. POOO4IKOR CSVC ORDER No. 202006EC72FA
ASTM AYOUD/AY000M- 16
I COLD ROLLED STEEL SHEETINCOIL. ST T
PRODUCT Contract No. Reference No.
MATERIAL DESCRIPTION Raw Material
TINCK. | WIDTH [LENGTH| Quantity | MASS Coil No HRC Beat | Counlcy HRC Ceriificate e s
_%m?_ mm mm mm N/N kg Coll No. of Producing e AN,
No. ’ Origin Mill

007 | 1.520 014,0 coil 1 8,600 3736281 171292 0440736 | JAPAN NSSMC 2003102946 ¢ 119030660000 =& ﬁnﬁwmw

007 | 1.520 914.0 coil i 8,710 3736202 171292 0440736 | JAPAN NSSMC 201€3102946 ;119030858089 44 &[G 'K i

007 | 1.520 914,0 coll 1 8,700 3736301 174606 0451503 | JAPAN NSSMC 2013102946 2 119030858089 e (AN Qm_

007 | 1520 | 9140 | coil i 8,050 3736302 174606 0451503 | JAPAN | NSSMC 2013102946 ¢ 119030050089 (AFCID3]

007 | 1520 | 9140 | cofl 1 8,700 3736311 174600 0451503 | JAPAN | NSSMC 201(3102946 » 119030859080 -4 | £/F3 Z.~

007 1.520 914.0 coil 1 8,890 3736312 174690 0451503 JAPAN NSsSMC 201€3102946 < 119030859089 -4 Yoy izl “

007 | 1.520 914.0 coll 1 8,680 3736321 174681 0451503 | JAPAN NSSMC 2013102946 « 119030859089 .# \mw )

007 | 1.520 914.0 cail 1 8,890 3736322 1746581 0451503 JAPAN NSSMC 201K3102946 » 119030859089 rwvnu % q 1A ®

007 | 1.520 914.0 cail 1 4,680 3736331 174694 0451503 | JAPAN NSSMC 201€3102946 ¢ 119030859089 4L “\_.v.\ruv\ \\

007 | L.520 914.0 coll 1 8,890 3736332 174694 0451503 | JAPAN NSSMC 201€3102946 4 119030859009 .4 &. a4 r\

007 | L1.520 914.0 coll 1 8,650 3736351 174700 0451503 | JAPAN NSSMC 2013102946 . 119030859089 & |&=f 9 ,W_Hv il

[§ [y . o
007 | 1.520 914.0 coll 1 8,870 3736352 174700 0451503 | JAPAN NSSMC 20K3102946 s :momcmmmcmm,w#‘;.m rg 3 4
TOTAL: 12 105,110 k V \
WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUEFACTURED AND TESTED WITH

SURVEYOR TO

MADE IN VIETNAM
PHONE NUMBER: +84(0)901 555 253
E-MAIL ADDRESS: d01115@csve.com.vi

SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION.

EZ. CHIEN-




Cerlificate No. 200629700007 % CHINA STEEL AND NIPPON STEEL VIETNAM
v JOINT STOCK COMPANY
- .
Page FD000O7- 01 H(HMHM—L ﬁHA”_...wm.H. Omw..._J”_”ﬂHn >1H.m \._ My Xuan A2 Industrial Zone, My Xuan Ward,
Issue date 30/06/2020 mﬂwﬂv . Phu My Town, Ba Ria - Vung Tau Province, Vietnam
— Tell: 0254 393 1168 Pax: 0254 393 2188 0007
POSCO INTERNATIONAL MEXICO S.A. DE C.V.
CUSTOMER [nvoice No, 520060024 Shipping Date 10/07/2020
ASTM A1008 CS TYPE B - - o B ) ;
SPECIFICATION :_ m.ﬁ | R Customer No. POOOAKOR CSVCORDERNo, | 202006EC72[A
ASTH AYODD/ATOO0IE1 6
COLD ROLLED STEEL SHEETIN COIL. . ) )
PRODUCT . Relerence No, ,
MATERIAL DESCRIPTION Chemical Composition (36) Tensile Test Bend Tesl
| R . 1 G.J.=50mm ——
-~ . Orl |*A01|*AD2{*AD3| Ori. |Res. MANRY
irep| THICK. [ WIDTH \LENGTH| Quanily | MASS Coil No et clsi|m|p|s|n|c|M|v | m|T|c|[a|N|n Ys | TS | EL
NO. | mm mm mm N/N kg No
' x| x| x| xa6| xad] x 16 x10?| xao’] x10 xa0'| x 16| x10°] xa0°| x10°] X 10" Nimd | %
007 | 1.520 914.0 coil 1 8,600 3736281 0440736 4 1| 18] 17 q 1 2 1 0| 0 0 1 2 2 0 L} 210] 335 42 L| OK
007 | 1.520 914.0 1 8,710 3736282 0440736 4 i 18] 17 4 1 2 1 0 0 0 1 2 2 0] L.} 210{ 335 42 L{ OK
007 | 1.520 914.0 1 8,700 3736301 0451503 4 1 171 18 3 1 2 1 0| 0 0, 1 3 1 0] LI 209 334] 41 L{ OK
007 | 1.520 914.0 coil 1 8,850 3736302 0451503 4 i 17| 18 3 1 2 1 0| 0 0 1 3 1 0 L| 200 334/ 41 L| OK
007 | 1.520 914.0 coil 1 8,700 3736311 0451503 4 1 17| 18 3 1 2 1 0 0 0 1 3 1 0 L| 208| 333 42 L} OK
007 | 1,520 914.0 coil 1 8,090 3736312 0451503 4 1 17 18 3 1 2 1 0] 0 0 1 3 1 0] L| 208 333 42 L] OK
007 | 1.520 914.0 coil 1 8,680 3736321 0451503 4 il 171 18 3 1 2 1 0| 0 0 1 3 1L Q L{ 203 331] 41 LI OK
007 | 1.520 914.0 coil 1 8,690 3736322 0451503 4 1l 17 18 3 i 2 1 0| 0 0 1 3 1 0 L| 203( 331] 41 L] OK
007 | 1.520 914.0 coil 1 8,680 3736331 0451503 4 11 17 18 3 1 2 1 0| 0 0 1 3 1 1] Ll 205 3321 41 L] OK
007 | 1.520 914.0 coil 1 8,890 3736332 0451503 4 1f  17] 18 3 | 2 1 0| 0 0 1 3 1 0 L[ 205( 3321 41 Ll OK
007 | 1.520 014.0 coil 1 8,650 3736351 0451503 4 1 171 18 3 1 2 1 0 0 0 1 3 1 0 Ll 211 333 41 L| OK
007 | - 1.520 014.0 coil 1 8,870 3736352 0451503 4 1f 17| 18 3 i 2 1 0 0 0 1 3 1 0 L] 211 3331 41 L] OK
y 5
TOTAL:L 121 105110 , 218
*A01=Yield Strength L st .
*AD2=Tensile Strength Vivh N
*A03=Flongatlon ; o
VISUAL INSPECTION{SURFACE) AND DIMENS]ON CHECK ; QI

SURVEYOR TO

WE HEREBY CERTIFY THAT MATERTAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITII

’

MADE IN VIETNAM
PHONE NUMBER: +84(()901 555 253 5
E-MAIL ADDRESS: d01115@¢csvc.com.vn

SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION.




