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CHINA STEEL AND NIPPON STEEL YIETNAM

Centificate No, 20062900001 \.\ o . N
e PR N JOINT STOCK COMPANY
9 W < b - ol G i | «n. e | .
Page F00001- 02 MILL TEST CERTIFICATE ﬁw.m.mu..a 4“.\. N_ﬁ , b J} My Xuan A2 Industrial Zone, My Xuan Ward,
Issue date 30/06/2020 AOH.S ’ S e T AL Phu My Town, Ba Ria - Vung Tau Province, Vietnam
s Tell: G254 393 1168 Fax: 0254 393 2188
POSCO INTERNATIONAL MEXICO S.A. DE C.V.
CUSTOMER Tnvolce MNo. 520060024 Shipping Date 10/07/2020
| ASTM A1008 CS TYPE B - i T
SPECIFICATION n_ ==.—.m. M _. “m Customer No, POOOIKOR CSVC ORDER No. 202006EC72FA
ASTM ALOUB/AT00OIAN 6
T COLD ROLLED STEEL SHEET IN COIL o i -
PRODUCT Contract No. Rtelerence No.
MATERIAL DESCRIPTION Raw Material
THICK. | WIDTH |LENGTH| Quantily | MASS Cofl No HRC Heat Country HRC P

M i 5 3 .

_H__wz mm mm i NN kg Coil No. of Producing Cerlificate No. C/0 No
No. Origin Mill
o OO0
0oL | 1.900 1,219.0 coil I 11,250 3586541 104086 9C51717 | JAPAN NSSMC 20K3100003 = 119030557096 whﬂu_,\ \f\_.nV
001 | 1.900 | 1,218.0 coil 1 11,140 3586542 104086 9C51717 | JAPAN NSSMC 20K3100003 & 119030557096 .&r &1y q
00 1.900 1,219.0 coil 1 10,620 3665411 1486252000 415072 |VIETNAM FHS QZA020300023 L NONE BT -
00§ 1.900 1,219.0 coil 1 10,090 3655412 1486252000 415072 |VIETNAM FHS QZAD20300023 (] NONE = G mb.w.h.u e
001 | 1900 | 1,2190 | coil 1 10,630 3656641 1499568000 415072 |VIETNAM|  FHS QZAD20300023 e NONE g0 |6/ 9HE ™
001 1.900 1,219.0 coil 1 10,470 3656642 1499568000 415072 | VIETNAM FHS QZAD20300023 - NONE e £ | owm,.\ it
£
Ui \
TOTAL: G 64,200 \
NOIES
]
WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH ..O..a

SURVEYOR TO

MADE IN VIETNAM
PHONE NUMBER: +84(0)301 555 25
E-MAIL ADDRESS: d01115@csvc.com.viu

’

SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION.
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GENERAL MAN

LIN, CHIER=




(T, CHINA STEEL AND NIPPON STEEL VIETNAM

Centificate No. 200629F00001 \.... e
: o @ ® s 4 S\, % JOINT STOCK COMPANY .
Page F00001- 01 MILL TEST OMW%HH)HD.\PHW R.\:. 5 ﬁ&mﬂu ) d u My Xusn A2 Tndustrial Zone, My Xuan Ward,
lésue dute 30/06/2020 hDWU e =% .7 _r  Phu My Town, Ba Ria - Vung Tau Province, Vietnam
st Tell: 0254 393 1166 Fax: 0254 393 2180 o0t
POSCO INTERNATIONAL MEXICO §.A. DE C.V. 4|_
CUSTOMER Invoice No. 520060024 Shipping Date 10/07/2020
. ASTM A1008 CS TYPE B ) -wer e T
SPECIFICATION m_—:ﬁ.mw.qm Customer Na. POOOAICONR CSVCDRDER No. |  202006EC72FA
ASTM AYODB/ATO081A1 6
7 77| conb ROLLED STEEL SHEET IN COIL ) T
PRODUCT . . Contract No. Reference No.
MATERIAL DESCRIPTION - Tensile Test Bend Test
Chemical ﬂﬁ_‘iom_:as?& GL=somm |
s . . . - Ori [*A01]*A02{*AD3} Ori. | Res. L
yren THICK. | WIDTH |LENGTH) Quaniily | MASS Coil No bl c | si|mn sinile M| v iw|T|cu|a|n|s vs | TS | EL
NO. mm mm mm N/N kg No
: seic| x16Y x10°] x16') 20| x 10| x16| ko] x10%] x10"] x10° X107 10°] %107 30’ Nmh | %
001 1.900 | 1,2190 | coil 1 11,250 3586541 9C51717 4 1| s 18 3 2 2 i o o o 1 2 3 o ] 20[ 335 42 L] OK
001| 1900 | 1,2190 | coil 1 11,140 3586542 9Cs51717 4 1| 8 16 3 2 2 1 o o o 1| 2 3 o L 210 335 42 L OK
001 | 1.900 | 1,2190 | coil 1 10,620 3655411 415072 a 1| 16 8 4 1| 1| o o o o 1| 3 2f 1| «rf 199 330 411 L OK
001| 1.900 | 1,219.0 | coil 1 10,090 3655412 415072 a 1] 6 8 a 1 1| o o o o 1| 3 2 1] vl 199 330 41| L| OK
001 | 1.900 | 1,219.0 | coil 1 10,630 3656641 415072 4 1| 16 8 4 1| 1| o o o o af 3 2 1 | 199 325 42 Ll OK
001 | 1.900 | 1,2190 | coll 1 10,470 3656642 415072 4 1| 6 8 4 1| 1 o o o o 3 3 =2 1 L 199 325 42 L] OK
TOTAL:| & 64,200 |0 AU A
*A01=Yleld Strength o
*A02=Tensile Srrength g v
*A03=Elongation .
A i
NOTES
VISUAL INSPECTION(SURFACE) ANI> DIMENSION CHECK ; 0K

SURVEYOR'TO

WE HERERY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH
SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION.

MADE IN VIETNAM
PHONE NUMBER: +84(0)901 555 253

E-MAIL ADDRESS: d01115@csve.com.vn
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