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ACTURA/INVOICE |

Plesa Anahuac y Cias, S.A. de C.V.
Av. Vaile de las Alamedas No. 66-O

San Francisco Chilpan

Tultittan MEX C.P.54940

Piesa Anahuac y Cias, S.A. de C.V.
Av. Valle de las Alamedas No. 66-O

San Francisco Chilpan

Tultitian MEX C.P. 54940

137550

DAT

30.03.2012

ONGITUDT

~ ORDER © | ' cOlL ' | PACKAGE | MaterialNumber| ™ = ' Material Descriptio LENGT
0010079984-000010 |0006592856 |[0006913888 300320 12.0X3.50 0.1345 CCCSDPR 12000 mm

12592 0010079984-000010 {0006592856 |0006914466 © 300320 PC 12.0X3.50 0.1345 CCCSDPR 12.000 12000 mm
12592 0010079984-000010 |0006592856 |0006914938 300320 PC 12.0X3.500.1345 CCCSDPR  12.000 12000 mm
12592 0010079984-000010 0006182753 (0006914939 300320 PC 12.0X3.50 0.1345 CCCSDPR  12.000 12000 mm
12592 0010079984-000010 |0006592856 {0006913205 300320 PC 12.0X3.50 0.1345 CCCSDPR 12.000 12000 mm

T 0070079984-000070 |0006592856 | 0006913888 73 =62 52 75 206492
007T0079984-000010 _[0006592856 |00069714466 73 57 52 75 206492
00T0079984-0000T0 | 0006592856 | U006314938 73 52 57 76 206497
O0T0079984-000010  [0006T82753 [0006914939 73 57 57 75 277390
O0T0079984-000070 |0006592856 | 0006913205 73 57 52 76 206492

Imprimi6/Printed by: Arturo Padilia 30.03.2012  00:53:21 Pag:2/ 2 Emitido por: Myrna Flores

Coord. De Laboratorio




