Regiom~ntana de Perfiles y Tubos, S. A. de " V.

... Poniente #104, Parque Industrial Monterrey

Apodaca, N. L.
MILL CERTIFICATE . )
Na. 20080115-1
P. 0. No: NIA DATE Enero 15, 2008
SUPPLIER Altos Hornos de Mexico, S.A.B.de C:V. CUSTOMER PLESA ANAHUAC Y CIAS,SADE CV
STEEL GRADE  ASTM A-568 MANUFACTURING  AS PER ASTM-A513
: J QUANTITY] CHEMICAL COMPOSITION “TENSICE TEST
e SIZE No OF PCS| DIMENSIONS TEST RESULTS PORCENTAGE ViEL | TENSIE | ELONGATION HEAT
OR WEIGHT  FIOROST] FLATIENING | ORIET C M [~} 5 STRENGTH | STRENGTH % REMARKS NUMBER
M. TON TEST TEST N PSI (25
1 [POLIN10X 23/4 260 HO.00MT | 14] N/A NIA N/A  10.0960/0.3500/2.0150{2.0100f 81230 68110 28 173580 HN4 73361
2 |POLINZX 1 1/2« 350 [6.00MTS]14] N/A NA N/A 10.1100/0.3600{3.0160 [2.0150] 50120 | 59420 32 173580 HN4 73590
3-]POLINE X2 350 |6.00MTS[ 14| NA N/A N/A  15.0800]0.3500{2.013013.0130] 51230 | -61230 29 173590 HN4 73593
4 {PTR15X 1.5 360 [B.IOMTS[ 14} NA N/A N/A [0.1030[0.340012.0160 |2.0150] 54230 | 62120 31 173580 HN473484
5 #*TF{%xms 250  {6.10MTS| 441 NA N/A N/A  19.1070]0.3600/2.0200 |2:0140] 51230 | 61230 32 173590 HN473.5'%3

- WE CERTIFY THAT THE ABOVE DESCRIB
RESULTS. »

ED MATERIAL SATISFY THE TEST

INSPECTOR _




