Regiomontana de Perfiles y Tubos, S. A. de C. V.

1ra. Poniente #104, Parque Industrial Monterrey
Apodaca, N. L.

MILL CERTIFICATE

No. 20101008-1
P.0.No NTA DATE Octubre 08, 2010
SUPPLIER Altos Hormos de Mexico, S.A.B.de C.V. CUSTOMER PLESA ANAHUAC Y CIAS.SADE CV
STEEL GRADE  ASTM A-568 MANUFACTURING  AS PER ASTM-A513
J' QUANTITY CHEMICAL COMPGSITION TENSICE TEST
Fl'FE SIZE No OF PCS|  DIMENSIONS TEST RESULTS PORCENTAGE VELD | TENSLE | CLONGATION | REMARKS HEAT
OR WEIGHT HIDROST] FLATTENING | DRIFT C Y] P S | STRENGTH | STRENGTH % NUMBER
M TON TEST TEST N ) P31
] 1 PTR2X2 324 |B1OMTS| 11 N/A N/A NIA  13.0860[0.3200]7.0180(2.0110] 54320 | 62780 a2 FAGC208801 | HN207145
Y2 iPTR15X15 210 [6.10MTS| 09 NIA N/A N/A  [2.0930(0.3380/2.0120]2.0110| 55320 | 63020 3 FAC208801 | HIN403304
3 [PTR15X15 280 |6 10MTS| 12 N/A N/A N/A  [0.107010.3780(3.0130|2.013D] 54230 | 62120 30 FAGC208801 | HN402885
4 {PTRAX 4 112 |B.10MTS| 07 N/A NIA NIA [0.088010.3370[2.0136{3.0080{ 54120 | 62450 30 FAC208801 | HN403118

Y WE GERTIFY THAT THE ABOVE DESCRIBED MATERIAL SATISFY THE TEST
“RESULTS.
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