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MlLL CERTIFICATE 

No. 20101204-01 
P.O. No: NIA DATE DICIEMBRE 04, 2010 
SUPPLIER AHMSA CUSTOMER PLESA ANAHUAC Y CIAS. SA DE CV 
STEEL GRADE ASTM A- 568 MANUFACTURING AS PER ASTM-A513 
GRADO 1008 

H EAT 
NUMBER 

HN207328 

HN207206 

HN403358 

HN403537 

HN207931 

RESULTS. 
INSPECTOR 

REMARKS 

210869 

210869 

210869 

210869 

21 0869 

ITEM . 

1 

2 

3 

4 

5 

YlELD 

STRENGTF 

PSI 

61230 

52130 

52120 

51780 

54520 

CHEMICAL COMPOSITION 

SlZE 

POLIN 8 X 2 314 NEG 

PTR 1 X 1 

PTR3XS 

PTR4X2 

PTR3X2 

- WE CERTIFY THAT 

TENSILE TEST 
TENSILE 

STRENGTH 

PSI 

68130 

60450 

62120 

61780 

60450 

C 

0.087 

0.096 

0.100 

0.096 

0.080 

DlMENSlONS 

QUANTITY 

No. OF PCS 

OR WEIGHT 

M. TON 

210 

360 

125 

1 O0 

180 

THE ABOVE 

ELONGATION 

% 

28 

30 

30 

32 

31 

P 

0.015 

0.015 

0.015 

0.011 

0.009 

PORCENTAGE 

M 
N 

0.322 

0.318 

0.347 

0.343 

0.315 

8.00 MTS 

6.10 MTS 

6.10 MTS 

6.10 MTS 

6.10 MTS 

DESCRIBED 

S 

0.012 

0.015 

0.019 

0.019 

0.017 

DRIFT 

TEST 

N/A 

N/A 

NIA 

NIA 

NIA 

TEST 

TEST 

TEST 

NIA 

N/A 

NIA 

NIA 

NIA 

SATISFY 

10 

14 

11 

11 

11 

MATERIAL 

RESULTS 
HYDROST~LATTENINI 

NIA 

N/A 

NIA 

NIA 

NIA 

THE 


