Regiomontana de Perfiles y Tubos, S. A. de C. V.

1ra. Poniente #104, Parque Industrial Monterrey

Apodaca, N. L.
MILL CERTIFICATE

No. 20100702-11
: N/A
P. 0. No: DATE Julio 02, 2010
SUPPLIER Altos Hornos de Mexico, S.A.B.de C:V. CUSTOMER PLESA ANAHUAC Y CiAS,SA DE CV
STEEL GRADE ASTM A-558 MANUFACTURING  AS PER ASTM-A513
QUANTITY CHEMICAL COMPOSITION TENSICE TEST
TEM SIZE No. OF PCS|  DIMENSIONS TEST RESULTS PORCENTAGE VIELD [ TENSIE | ELONGATION | REMARKS HEAT
’ OR WEIGHT HIDROST| FLATTENING | DRIFT | ¢ M =) S | STRENGTH | STRENGTH o, NUMBER
M. TON TEST TEST N PSI PS5
1 [PTR3X3 300 6.10 MTS{ 09 N/A N/A N/A [0.0930{0.3300(2.0150 |2.0130| 52130 62450 31 FAC205435 { HN2(03144
2 |PTR4X4 176 |6.10MTS| 07 | NA N/A N/A |0.08800.3320(0.0140 |0.0130] 52450 | 61780 31 FAC205435 | HN203151
3 |POLIN4AX2 210 |6.00MTS| 12 | NA N/A N/A  12.0930(0.3290{2.0140 {2.0200| 50460 | 61780 32 FAC205435 | HN400817
FLEASA ANAHUAC Y LIAS. S.A|DEC.V.
CONTROL DE|CALIDAD
O] Soljo 200
FECHA -
0

RESULTS.

&

- WE CERTIFY THAT THE ABOVE DESCRIBED MATERIAL SATISFY THE TEST

INSPECTOR
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