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Inspection Certificate and Material Test Report

o)
aa? (EN10204-1991 3.1.B / EN10204-2004 3.1)

Ce}tiﬁcafe/SeriaI/Job No:

: 5 5o
YEQ94 / 37 | Quality Department: j’?L‘”
‘Qualztity Size (NPS) | Class  {Product Description Type SONumber |Line |Soldto \Date
70 10 150 /108044 DSt 37XUF GATE 711772012
5 325 80
N 450 psi 325 psi si . i
Pressure Test:. Apisos Satisfactory §Shell Pressure : p PSt 1 Seat Pressure P Seat Air Pressure P
3102.64 IPz 2240.8 kPa 2240.8 kPa 551.58 kPa
Chemical Composition [%] Mechanical Properties
Part Specif. HEATNo {C Si Mn P N N & Mo Cu ¥V N6 Al N Tensile Yield Elong Reduc Hard |Ch.I Ch2 Ch3 Ch A Temp. Heat
s fAsg pe (e B BT FL 1w
[Pl  [MPa] i
BODY ASTM A216 WCB-2008 V12168 0202 038 068 0.026 0014 0031 0.02¢ 0001 0028 0.006 0.028 7323 4423 33 57 156 N
504.90 305
BONNET  ASTM A216 WCB-2008 At1832 0.270 046 083 0.027 0.014 0825 0049 0001 0.041 0.004 0.034 7453 4423 33 56 151 N
) 513.87 305
WEDGE =~ ASTMAZ16 WCB-2008 €3042 020 045 082 0025 0017 0044 009 0067 0029 0.001 85.41 42.05 30 46 188 N
1588.88 289.8
Heat Treatmen{ Codes:
A @ Anancaling AC @ A Cooling DA : Double Aged FT : Furnece Treatnent N : Normalizing 00 : OilQuenciied
Ph-3: Precipitation Hardening SA : Solutior Annealed SQ : Solution Quenched ST : Solwtion Treatmant F : Tespering WC : Water Cooling
WO : Water Quenched WT :  Waorer Quenched/ Tentpered NT __ Novmalized/Tempered
Part Material Valves Tested per AP1598 *
BACK SEAT ASTM AZ76 410 We hereby certify, that the material described above complies with the order requirements.
BODY/BONNET ASTM A216 WCB
BOLTING ASTM A193 B7/ ASTM A184 2H
QlSC-WEDGE—CLAPPER ASTM A216WCB + 13%Cr Overlay
PACKING GRAPHITE
SEAT RING ASTM A105 + S4.6 Faced
STEM ASTM A182 FBACL 3
STEM NUT ASTM A439-D2
[EC Declaration of Confirmity: JEV (Jiangyin Eastern Valve Co. Ltd.), Jiangsu Province, 214423, P.R. China Undersigned by Li Jian Qing, representing Jianyin Eastemn 2
 According to Annex Vil 6f Pressure Equipment Directive 97/23/EC , hereby dectare that the producis detailed above are in compliance with PED 97/23/EC and have beext manufactured in accordance with Valve company Lid. : ~ é« ?
i module B+D as approved Det Norske Veritas Inspection AB as Identification No 0575 {(formally 0409). The products may cover Category LT and HI of pressure equipment. For the most & j él 74
specific risks of (his equip , safety and i: with essential requil ofthe Directive has been based on APY 600, APIS98, ASME B16.34, ASME B16.5, ASME B16.10 latest edition.

Friday, September 28, 2012

Page I of I




