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Industriai de Vihvulas, sz decv.
Av. de ia Indusiria Lole 18
Frace. industrial £1 Trébol

C.P. 54800 Tepotzotisn
Estado de Mévico.

NUMERQ:877/2006
DATE:28/08/06

QUALITY ASSURANCE

CERTIFICATE OF COMPLIANCE

WE CERTIFY THAT THE LISTED PRODUCT AND MATERIAL WAS MANUFACTURED, INSPECTED AND TESTED
ACCORDING TO OUR QUALITY ASSURANCE SYSTEM AND THE REQUIREMENTS OF THE APPLICABLE SPECIFICACTION

CERTIFICAMOS QUE LOS PRODUCTOS Y MATERIALES LISTADOS FUERON MANUFACTURADOS, INSPECCIONADOS

PROBADOS DE ACUERDO CON NUESTRO SISTEMA DE ASEGURAMIENTO DE CALIDAD Y A LOS
REQUERIMIENTOS DE LAS ESPECIFICACIONES APLICABLES

ASEGURAMIE /Edunm

PARTIDA CODIGO TAMANO CANTIDAD FIGURA FACTURA
17 00154F 8-125 wo2s 72616
ESPECIFICACION P S S Mn RESISTENCIA A TENSION P 5./
SPECIFICATION TENSK STRENGHT P51
ASTM A 126 B 0,052 0,108 33400
PRUEBA CASCO PSI PRUEBA SELLO PSI PRUEBA NEUMATICA
HYDROSTATIC SHELL TEST PSI HYDROSTATIC SEAT TEST IN PSI —
400 220 80
CERTIFIED BY:
FAC 10-24 REV




