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BONNEY FORGE CORPORATION 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-6330 
(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

www.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 0911 3/20 10 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

1 3 o 4549 

MALE 

4629 
FEMALE 

4632 
NUT-EH 

3 O 4542 
MALE 

112 3000 HOT-DIP UNAR T SAJA105 
A1 0.029 C 0.200 co Ó.002 Cr 0.020 Cu 0.040 Mn 1.080 Mo 0.010 Nb 0.014 
Ni 0.030 P 0.006 S 0.022 Si 0.240 V 0.004 

CE(Long Formula) = 0.39 
TIS 79,900 Y/S 51,700 EL 35.00 RA 52.70 
Brinell 163 BHN 163 BHN 

112 3000 HOT-DIP UNAR T SAJA 105 
A1 0.026 C 0.200 Cb 0.000 Co 0.003 Cr 0.030 Cu 0.090 Mn 1.070 Mo 0.010 
Nb 0.015 Ni 0.030 P 0.008 S 0.024 Si 0.210 Sn 0.010 V 0.003 

CE(Long Formula) = 0.39 
T/S 77,000 Y/S 47,300 EL 34.00 RA 64.10 
Brinell 163 BHN 165 BHN 

112 3000 HOT-DIP UNAR T SAJA1 05 
A1 0.022 C 0.200 Co 0.000 Cr 0.090 Cu 0.140 Mn 0.960 Mo 0.030 Nb 0.002 
Ni 0.090 P 0.009 S 0.023 Si 0.280 V 0.002 

CE(Long Formula) = 0.40 
T/S 77,500 Y/S 45,000 EL 33.35 RA 62.00 
Brinell 150 BHN 150 BHN 

314 3000 HOT-DIP UNAR T SAJA105 
A1 0.024 C 0.210 Co 0.002 Cr 0.040 Cu 0.060 Mn 1.010 Mo 0.010 Nb 0.013 
Ni 0.030 P 0.009 S 0.024 Si 0.210 V 0.003 

CE(Long Formula) = 0.39 
TIS 75,700 Y/S 48,700 EL 30.00 RA 52.70 
Brinell 149 BHN 146 BHN 

We certify that the data on this sheet is a true copy taken from our records of material 
furnished us by the production rnill, oras obtained by additional laboratory checks. 
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BONNEY FORGE CORPORATlON 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 
(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

www.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

3379 
FEMALE 

4453 
NUT-GT 

40 4619 
MALE 

4515 
FEMALE 

314 3000 HOT-DIP UNAR T SAíA1 O5 
A1 0.019 C 0.220 Co 0.003 Cr 0.070 Cu 0.1 10 Mn 1.010 Mo 0.030 Nb 0.017 
Ni 0.040 P 0.013 S 0.018 Si 0.200 V 0.000 

CE(Long Formula) = 0.42 
T/S 82,882 Y/S 52,474 EL 33.00 RA 59.00 
Brinell 163 BHN 159 BHN 

314 3000 HOT-DIP UNAR T SAíA105 
A1 0.023 C 0.190 Cr 0.100 Cu 0.100 Mn 1 .O20 Mo 0.020 Nb 0.001 Ni 0.080 
P 0.01 1 S 0.022 Si 0.240 V 0.002 

CE(Long Formula) = 0.40 
TIS 72,664 Y/S 49,748 EL 27.00 66.30 . 
Brinell 146 BHN 

1 3000 HOT-DIP UNAR T SAíA105 
A1 0.025 C 0.200 Cb 0.000 Co 0.002 Cr 0.040 Cu 0.100 Mn 1.000 Mo 0.000 
Nb 0.015 Ni 0.020 P 0.007 S 0.023 Si 0.210 Sn 0.010 V 0.003 

CE(Long Formula) = 0.38 
T/S 75,000 Y/S 41,200 EL 30.00 RA 37.00 
Brinell 156 BHN. 152 BHN 

1 3000 HOT-DIP UNAR T SA/A1 O5 
C 0.200 Co 0.003 Cr 0.030 Cu 0.140 Mn 0.980 Mo 0.010 Nb 0.015 Ni 0.030 
P 0.007 S 0.022 Si 0.230 V 0.004 

CE(Long Formula) = 0.38 
T/S 79,300 Y/S 51,200 EL 30.00 RA 45.00 
Brinell 156 BHN 159 BHN 

We certify that the data on this sheet is a true copy taken from our records of material 
furnished us by the production mill, oras obtained by additional laboratory checks. 

CMTR: REV2 

by u - 

TRUDY SMlTH 
QUALITY PROCESS MANAGER 
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BONNEY FORGE CORPORATlON 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 

(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

www.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

4480 
NUT-MH 

15 4008 
MALE 

4648 
FEMALE 

4457 
NUT 

1 3000 HOT-DIP UNAR T SAJA1 O5 

A1 0.027 C 0.195 Cr 0.1 10 Cu 0.000 Mn 1.000 Mo 0.030 Ni 0.100 P 0.010 
S 0.020 Si 0.260 V 0.000 

CE(Long Formula) = 0.40 
T/S 78,500 Y/S 45,700 EL 34.00 RA 68.00 
Brinell 152 BHN 152 BHN 

1114 3000 HOT-DIP UNAR T SAJA1 05 

A1 0.024 C 0.200 Co 0.004 Cr 0.050 Cu 0.130 Mn 1.020 Mo 0.010 Nb 0.015 
Ni 0.040 P 0.008 S 0.015 Si 0.190 V 0.000 

CE(Long Formula) = 0.39 
T/S 79,072 Y/S 50,180 EL 26.00 RA 51.00 
Brinell 161 BHN 157 BHN 

1114 3000 HOT-DIP UNAR T SAIA 1 O5 
A1 0.025 C 0.200 Cb 0.000 Co 0.003 Cr 0.030 Cu 0.130 Mn 1.020 Mo 0.010 
N 0.005 Nb 0.013 Ni 0.030 P 0.008 S 0.023 Si 0.220 Sn 0.010 V 0.004 

CE(Long Formula) = 0.39 
T/S 78,800 Y/S 44,700 EL 28.00 RA 42.30 
Brinell 156 BHN 156 BHN 

1114 3000 HOT-DIP UNAR T SAJA105 
A1 0.02 1 C 0.180 Cr 0.280 Cu 0.180 Mn 0.990 Mo 0.040 Nb 0.002 Ni 0.140 
P 0.019 S 0.023 Si 0.260 V 0.005 

CE(Long Formula) = 0.43 
T/S 77,010 Y/S 46,106 EL 31.15 RA 59.85 
Brinell 159 BHN 159 BHN 

We certify that the data on this sheet is a true copy taken from our records of material 1- 
furnished us by the production mill, oras obtained by additional laboratory checks. *&-a* 

by 
TRUDY SMlTH 

CMTR: REV2 QUALITY PROCESS MANAGER 
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BONNEY FORGE CORPORATION 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 
(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

W.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

5 40 456 1 
MALE 

442 1 
FEMALE 

4327 
NUT-GY 

40 4559 
MALE 

1 112 3000 HOT-DIP UNAR T SAlA105 

A1 0.024 C 0.200 Co 0.004 Cr 0.050 Cu 0.120 Mn 1.060 Mo 0.010 Nb 0.014 
Ni 0.040 P 0.007 S 0.020 Si 0.210 V 0.003 

CE(Long Formula) = 0.40 
T/S 76,200 Y/S 46,800 EL 32.00 RA 49.60 
Brinell 143 BHN 143 BHN 

1112 3000 HOT-DIP UNAR T SAlA1 O5 
A1 0.022 C 0.200 Co 0.003 Cr 0.030 Cu 0.070 Mn 1.000 Mo 0.005 Nb 0.018 
Ni 0.020 P 0.010 S 0.022 Si 0.180 V 0.004 

CE(Long Formula) = 0.38 
TIS 76,700 Y/S 47,300 EL 35.00 RA 63.00 
Brinell 149 BHN 149 BHN 

1 112 3000 HOT-DIP UNAR T SAlA105 
A1 0.026 C 0.180 Cr 0.150 Cu 0.200 Mn 1 .O10 Mo 0.017 Nb 0.002 Ni 0.090 
P 0.015 S 0.027 Si 0.290 V 0.003 

CE(Long Formula) = 0.40 
T/S 78,750 YIS 47,500 EL 31.00 RA 59.80 
Brinell 150 BHN 150 BHN 

2 3000 HOT-DIP UNAR T SAIA105 
A1 0.022 C 0.200 Co 0.003 Cr 0.060 Cu 0.1 10 Mn 1.090 Mo 0.010 Nb 0.013 
Ni 0.030 P 0.008 S 0.020 Si 0.210 V 0.000 

CE(Long Formula) = 0.41 
TIS 75,600 Y/S 46,900 EL 33.00 RA 52.40 
Brinell 163 BHN 163 BHN 

We certify that the data on this sheet is a true copy taken from our records of material 
furnished us by the production mill, oras obtained by additional laboratory checks. 

CMTR: REV2 

by 
TRUDY SMlTH 
QUALITY PROCESS MANAGER 
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The Best Value - 
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BONNEY FORGE CORPORATION 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 
(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

W. bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 

\ 

United States 

6ONNEY ORDER NO. B000081986 

448 1 2 3000 HOT-DIP UNAR T SAJA1 O5 
FEMALE A1 0.020 C 0.190 Cb 0.002 Cr 0.120 Cu 0.170 Mn 1 .O00 Mo 0.020 Ni 0.070 

P 0.012 S 0.019 Si 0.220 V 0.005 
CE(Long Formula) = 0.40 

T/S 71,900 Y/S 40,500 EL 28.80 RA 52.20 
Brinell 156 BHN 159 BHN 

4437 2 3000 HOT-DIP UNAR T SAJA1 05 
NUT-KZ A1 0.025 C 0.180 Cr 0.100 Cu 0.150 Mn 0.990 Mo 0.020 Nb 0.001 Ni 0.090 

P 0.010 S 0.023 Si 0.260 V 0.002 
CE(Long Formula) = 0.39 

T/S 78,894 Y/S 46,482 EL 31.16 RA 60.35 
Brinell 156 BHN 159 BHN 

20 57952 112 3000 HOT-DIP 45EL T SAJA1 05 

A1 0.022 C 0.200 Co 0.003 Cr 0.020 Cu 0.080 Mn 1.030 Mo 0.010 Nb 0.013 
Ni 0.020 P 0.006 S 0.021 Si 0.240 V 0.003 

CE(Long Formula) = 0.38 
T/S 78,750 Y/S 50,000 EL 29.50 RA 64.20 
Brinell 144 BHN 144 BHN 

20 57902 314 3000 HOT-DIP 45EL T SAJA1 O5 

C 0.190 Co 0.002 Cr 0.030 Cu 0.100 Mn 1 .O00 Mo 0.010 Nb 0.016 Ni 0.020 
P 0.006 S 0.024 Si 0.260 V 0.004 

CE(Long Formula) = 0.37 
T/S 75,625 Y/S 51,875 EL 32.95 RA 62.05 
Brinell 144 BHN 141 BHN 

We certify that the data on this sheet is a true copy taken from our records of material 
furnished us by the production mill, oras obtained by additional laboratory checks. 

CMTR: REV2 

by u - 
TRUDY SMlTH 
QUALITY PROCESS MANAGER 
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The Best Value 
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BONNEY FORGE CORPORATION 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 

(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

14 40 57690 314 3000 HOT-DIP 90EL T SAJA1 05 

A1 0.018 C 0.210 Co 0.003 Cr 0.060 Cu 0.1 10 Mn 1.040 Mo 0.010 Nb 0.015 
Ni 0.030 P 0.021 S 0.016 Si 0.270 V 0.000 

CE(Long Formula) = 0.4 1 
T/S 79,146 Y/S 47,362 EL 29.15 RA 61.86 
Brinell 147 BHN 147 BHN 

57987 314 3000 HOT-DIP 90EL T SAJA 1 O5 
A1 0.019 C 0.200 Co 0.003 Cr 0.040 Cu 0.070 Mn 1.000 Mo 0.000 Nb 0.013 
Ni 0.020 P 0.007 S 0.022 Si 0.220 Sn 0.010 V 0.003 

CE(Long Formula) = 0.38 
T/S 77,500 Y/S 48,750 EL 34.65 RA 59.80 
Brinell 153 BHN 153 BHN 

40 57909 1 3000 HOT-DIP 90EL T SAJA 105 
A1 0.023 C 0.210 Co 0.002 Cr 0.030 Cu 0.070 Mn 1.020 Mo 0.010 Nb 0.014 
Ni 0.020 P 0.01 1 S 0.024 Si 0.220 V 0.004 

CE(Long Formula) = 0.39 
T/S 75,377 Y/S 47,739 EL 32.25 RA 59.10 
Brinell 132 BHN 132 BHN 

40 57969 1 112 3000 HOT-DIP 90EL T SAJA1 05 
A1 0.026 C 0.200 Co 0.002 Cr 0.030 Cu 0.030 Mn 1.080 Nb 0.013 Ni 0.010 
P 0.004 S 0.015 Si 0.220 
T/S 76,250 Y/S 47,500 EL 30.50 RA 62.05 
Brinell 144 BHN 141 BHN 

We certifi that the data on this sheet is a true copy taken frorn our records of material 
furnished us by the production rnill, oras obtained by additional laboratory checks. 

CMTR: REV2 
TRUDY SMlTH 
QUALITY PROCESS MANAGER 
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Al1 The Time. 
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BONNEY FORGE CORPORATION 
P.O. BOX 330 14496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 

(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

w.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

18 40 58023 2 3000 HOT-DIP 90EL T SAfA105 

C 0.200 Cb 0.000 Co 0.003 Cr 0.030 Cu 0.130 Mn 1.020 Mo 0.010 N 0.005 
Nb 0.013 Ni 0.030 P 0.008 S 0.023 Si 0.220 Sn 0.010 V 0.004 

CE(Long Formula) = 0.39 
T/S 77,500 Y/S 48,750 EL 30.10 RA 61.30 
Brinell 147 BHN 150 BHN 

40 57967 112 3000 HOT-DIP TEE T SAfA 105 

A1 0.022 C 0.200 Co 0.003 Cr 0.020 Cu 0.080 Mn 1.030 Mo 0.010 Nb 0.013 
Ni 0.020 P 0.006 S 0.021 Si 0.240 V 0.003 

CE(Long Formula) = 0.38 
T/S 78,750 Y/S 50,000 EL 29.50 RA 64.20 
Brinell 144 BHN 144 BHN 

40 58043 314 3000 HOT-DIP TEE T SNA105 

A1 0.004 C 0.200 Cb 0.000 Co 0.000 Cr 0.094 Cu 0.210 Mn 0.940 Mo 0.022 
Nb 0.009 Ni 0.079 P 0.012 S 0.018 Si 0.210 V 0.026 

CE(Long Formula) = 0.40 
T/S 83,500 YIS 55,625 EL 29.10 RA 60.05 
Brinell 150 BHN 153 BHN 

3 O 57977 1 3000 HOT-DIP TEE T SAfA105 
A1 0.023 C 0.200 Co 0.004 Cr 0.030 Cu 0.1 10 Mn 1.020 Mo 0.010 Nb 0.014 
Ni 0.030 P 0.007 S 0.024 Si 0.190 Sn 0.010 V 0.004 

CE(Long Formula) = 0.39 
T/S 76,633 Y/S 50,251 EL 30.95 RA 61.36 
Brinell 150 BHN 156 BHN 

. . 
We certify that the data on this sheet is a true copy taken from our records of material /- 
furnished us by the production mill, oras obtained by additional laboratory check~. @-Ludd&d~~~ 

by 
TRUDY SMlTH 

CMTR: REV2 QUALITY PROCESS MANAGER 
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The Best Value - ' 
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Al1 The Time. 
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BONNEY FORGE CORPORATlON 
P.O. BOX 330 14496 CROGHAN PIKE MOUNT UNION, PA 17066-0330 

(814) 542-2545 (800) 345-7546 FAX (814) 542-4906 

www. bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 09/13/2010 

CUSTOMER 
ORDER NO.: 8957 

SHlP TO: AMERICAN DISPATCH 
302 QUIVIRA DRIVE 
PAN AMERICAN PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000081986 

23 3 5 5790 1 1112 3000 HOT-DIP TEE T SAJA1 05 

A1 0.020 C 0.200 Co 0.070 Cr 0.070 Cu 0.070 Mn 1.010 Mo 0.000 Nb 0.014 
Ni 0.020 P 0.010 S 0.017 Si 0.250 V 0.004 

CE(Long Formula) = 0.39 
T/S 77,500 Y/S 5 1,250 EL 30.15 RA 60.80 
Brinell 135 BHN 135 BHN 

578 15 1112 3000 HOT-DIP TEE T SAJA105 
A1 0.023 C 0.200 Cr 0.030 Cu 0.100 Mn 1.000 Mo 0.010 Nb 0.013 Ni 0.040 
P 0.008 S 0.017 Si 0.210 V 0.003 

CE(Long Formula) = 0.38 
T/S 74,750 Y/S 48,875 EL 31.45 RA 63.95 
Brinell 135 BHN 135 BHN 

35 57999 2 3000 HOT-DIP TEE T SA/AlO5 

A10.024 C 0.200 Cb0.015 Co0.004 Cr0.030 Cu0.110 Mn 1.020 Mo0.010 
Ni 0.030 P 0.008 S 0.020 Si 0.210 V 0.004 

CE(Long Formula) = 0.39 
T/S 76,250 Y/S 48,750 EL 32.00 RA 61.05 
Brinell 139 BHN 139 BHN 

57899 2 3000 HOT-DIP TEE T SAJA105 
A1 0.032 C 0.200 Co 0.002 Cr 0.020 Cu 0.100 Mn 1.040 Mo 0.000 Nb 0.015 
Ni 0.020 P 0.007 S 0.023 Si 0.240 V 0.004 

CE(Long Formula) = 0.39 
T/S 78,125 Y/S 52,250 EL 26.40 RA 57.25 
Brinell 135 BHN 135 BHN 

We certify that the data on this sheet is a true copy taken from our records of material /- 
furnished us by the production mill, oras obtained by additional laboratory check~. &-Ud!.+&, 

by 
TRUDY SMlTH 

CMTR: REV2 QUALITY PROCESS MANAGER 




