COFFER®
an AFE&?«D&I Company

Material Test Report

Heat Code: YLB

IS0 9001:2008 Certlfied

Coffer Corp.

An AFGlobal Gompany

13770 Industrlal Rd,  Houston, TX 77015
Sales: (713) 868-4421 Fax: (713) 465-8366

PLESA STEEL INC, 00012015

PO; 282 | Sales Order: 140295 Line: 6

11811 NORTH FRWY STE 500

ftem Code: 0151400102-0020F

[Qty Shipped: 50

Houston, TX 77060

Item Desc: FLG 04.00 0150 WN RF XH Al05

NHT COFFR

Suppller: cMC

Suppller Heat: 3048274

Spec: ASTM A105/A105M-(13) /ASME SA 105/SA 105M-(13) Section II Part A

Eloment  (%wt) Ladle Product EPGRA  CAS# | Element (%wt)  Ladle Product EPCRA  CAS#
¢ Carbon 0,20 T cr Chromium 0,07 v 1440-47-3
Mn Manganese 1.00 v 7439-96-5 éug Molybdenunm 0,02
P Phosphorous 0.008 i v venadium 0.001
§  Sulphur 0.015 i Ccb Columbium 0.002
§i  Silicen 0,23 {c,E, 0.40
Cu Copper 0.20 Y 7440-50-8 i CuNiCrMoV 0.369
wi Nickel 0,08 Y 7440-02-0 | CrMo 0.088
Mechanical Testing H Other
Test Lab AFG 'EF ¥
Test Bar Size SACRIFIGIAL PIECE tFully Killed Y
HEw 163 - 170 i
Elg (%) 28 i
RA (%) 52 !
Tensila Specimen 8ize (in) V245
Tensile (ksi) 85.5
Yiald (ksi) 51.7 H
Gauge Length it :

- 2013

No Weld repair performed.

% W % R R

mercury bearing

Per ASTM E23

Product compliant with WACE MRO175 / ISO 15156 latest edition and flange dimensions to ASME B16.35

Ladle Chemical Analysis results are reported from the raw material suppliers MTR.
Forgings are capable of passing hydrostatic test compatible with the appropriate rating.
Elongation taken from a round specimen,

¥ield strength was determined using the .2% offset method.
* ALl material supplied under this order is certified to be frea of mercury contamination and no
equipment was used in manufacturing, fabrication or testing.

* when reported on MTR: Tensile Testing Per ASTM E8; Brinell Hardness Per ASTM E10; Charpy Testing

* AF Global manufactures materials according to a certified Quality Management System conforming
to IS0 9001:2008 and PED 97/23/EC, Annex 1, Section 4,3

Tha recording of false, ficlllious, or fraudulant slatament or enlrlés on this document may be punisheble as a falony under fedoral staluls,

EPCRA Suppller Nalificatlon; This produol mey conlaln ona or mor

yeur facillty (s requirad to subrnll a Toxie Ralease Inventory Repor

Cerlification No.: 1142764
Certification Date:  10/2/2014
Issued By: Juan Diaz

® loxle chemicals subfact to the rapoﬂln? requlrements of Section 313 of the Emargenay Planning and Coramunily Right-lo-Know Act
{Tile 11l of the Superfund Ameniments and Reaulhorizallon Acl of 1888) and 40 G.F,R, Pert 372. Polenllally raporiebls chamicals era Indicated with & checkmark i the "EFCRA" columin énd a Ghemleal
Abslracl Servigas {CAS) raglstry numbor 13 provided for asch such chamical In edditlon lo tha percent by welght of the chamlcal presant in this product, It le your responsiblllly elone lo dotermine whether

under EPCRA §ection 313,

e

it

p

This rapori Is Issued In compllenca with tha requirements of EN10204 3,1 /130 10474 3.1.b

Rina Sane - Metaliurgical Lab Manager
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