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Material Test Report

COFFER® Coffer Corp.
% Heat Code: zLm An AFGlabal Company
an v Company E
AFEk?bﬁl 13770 Industrial Rd.  Houston, TX 77016
IS0 9001:2008 Certified Sales: (713) 888-4421  Fax: (713) 4556-8366
PLESA STREL INC. 00012015 |PO: 307 ]Sales Order; 142394 Line: 6
11811 NORTH FRWY STE 500 Iltem Code: 0151600161-0020F IQtyShipped: 50
Houston, TX 77060 [tem Desc: FLG 06,00 0150 WN RF STD A105 NHT COFFR
Supplier: cMC Supplier Heat: 3051609
Spec: ASTM A105/A105M-(13) /ASME SA 105/8A 105M-(13) Section II Part A
Element  (%wt)  Ladle Product EPCRA  CAS# l Eloment  (%wt) Ladle Product EPCRA  CAS#
- Carbon 0,18 éCr Chromium 0.08 v 7440-47-3
Mn Manganese 1,01 v 7439-96-5 | Mo Holybdenum 0.04
P Phosphorous 0.011 iV vanadium 0.001
s Sulphur 0.014 § Ch Columbium 0.003
§i Silicen 0.24 il o 0.40
Cu Copper 0,26 v 7440-50-8 | CuNiCrMoV 0.466
N1 Hickel 0.08 v 7440-02-0 éCrMo 0,201
Mechanlcal Testing : Other
Test Lab AFG iCountry of Melt USA
Test Bar Size Sacrificial Piece TER 'e
HBW 156 - 168 {Fully Killed ¥
Elg (%) 32
RA (%} 56 §
Tensile Specimen Size (in) L2477 :
Tensile (ksi) 77,2
Yield (ksi) 44.9 §
Gauge Length 1 :

Product compliant with NACE MROL175 / IS0 15156 latest edition and flange dimensions to ASME B16,5
- 2013

No Weld repair performed.

Ladle Chemical Analysis resulls are reported from the raw material suppliers MTR.

Forgings arc capable of passing hydrostatic test compatible with the appropriate rating,
Elongation taken from a round specimen.

Yield strength was determined using the .2% offset method.

All material supplied under this order is certified to be free of mercury contamination and no
maercury bearing - equipment was used in manufacturing, fabrication or testing.

* When reported on MTR: Tensile Testing Per ASTM E8; Brinell Hardness Per ASTM E10; Charpy Testing
Per ASTM RE23

* AF Global manufactures materials according to a certified Quality Management System conforming
to IS0 9001:2008 and PED 97/23/EC, Annex 1, Seclion 4.3
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The rocerding of falss, fictitious, or fraudulont statement or entrias on this documant may ba punlshable as a falony under fodoral slalula,

EPCRA Suppliar Notification: This product may contaln ona or mora loxle chemicals subjacl to the reporting raquiramants cf Saclion 313 of the Emargency Planning and Communily Righl-to-Know Act
{Tite li{ of the Superfund Amandments and Reauthorization Acl of 1085) and 40 C.F.R, Part 372. Polentially roporiebla chomicals are Indicaled with a chackmark In the 'EPCRA" columin and a Chamleal
Abstracl Services (CAS) roglslry number Is provided for each such chemieal in addition to tha percent by walght of the chamieal prosant in this product, It Is your responsibliity alcna to determing whethar
your facllty Is required lo submil a Toxic Release Inventory Repord under EPCRA Seclion 313,

' Certification No.: 1166240 f e
Certification Date;  12/23/2014 =
Issued By: Juan Diaz Rina Sane - Metallurgical Lab Manager

This raport isissued in domphance with the requiraments of EN10204 3.1 /130 10474 3.1.b



