Material Test Report

COFFER® Heat Code: WOF An Ameri-Forge Group Gompany
= AFGREDa| corvany 13770 Industrial Rd. Houston, TX 77015
ISO 9001:2008 Gertified Sales: (712) B88-4421 Fax: (713) 455-8366
PLESA STEEL INC. PO: 138 | Sates Order: 129790 Line: &
5100 WESTHEIMER ROAD ltem Code: 0151910101-0020F [ Qty Shipped: 10
SUITE 200 item Desc; FLG 10.00 0150 WN RF STD
Houston, TX 77056 ' Supplier; cuc Supplier Heat: 3039338

Spec:- ASTM AIOS/AL05M- (12} /ASME SA 105/SA 105M-{13}) Section II Part A

Element {Fewt) l.adle Product EPCRA CAS# |Elament {Yowi} Ladle Product EPCRA CAS#

o Carben 0.1% :Cr chromium 0.06 v 7440-47-3
Mn  HManganese 0,99 ¥ 1438-96-5 Mo Holybdenym ¢.02

Phosphorons 0.310 . V Vanadium 0.004°

Suiphur 0.018 Ckh  columbium 0.000
8L Silicen 0.22 1C.E, 0.39
Cu  Copper .19 ¥ 7440~50-8 | CuNicrMo 0.362
Ni  iicxel 0.09 ¥ 7440-02-0 }crko ¢.082

Mechanlcal Testing H Other
Test Lab afg {MILL CcME
Test Bar Size Sacrificial Piece { MEC 3035338
HBW 167 ~ 167 i Country of Origin ush
Elg {%) 32 PEF y
RA (%) 61 :
Tensile Specimen Size {in) 496
Tensile (ksi) 79.3 :
tield (ksi) 43.8 :
'{ Gauge Length 2
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AmeriForge manufactures materials according to a tertified Quality Management System conforming to IS0 2001:200¢
and in compliance te PED 97/23/EC, Section 4.3

No Weld repair performed. Chemieal Analysis results shown are actual, Forgings are capable of passing
hydrostatic test compatible with the appropriate rating. Elongation taken from 2 round specimen. Yield strength
was determined using the .2% offget method. ALl material supplied under this order is certified Lo be free of
mencury contaminaticen and no mercury bearing equipment was used in manufacturing, fabrication or tasting., Made
in USA,

No weld repair performed on this product.

Product compliasnt with NACE MROLTS / ISO 15156 Iatest edition and dimensions to ASME B16.5 - 2012

Tensile Testing Per ASTM E8; Brinell Hardness Per ASTH E10

EPCRA Suppller Naotification; This praduct may contaln one or more foxic chemicals subject 1o the Taporting requirements of Section 313 of the Emergency Planning and
Gommunity Right-to-Know Act {Title Ill of tha Superfund Amendments and Reautlorization Act of 1986) and 40 C.F R. Pant 372, Polentally reperiatie chemicals are Indicated with a
checkmark in the “EFCRA" tolumn and a CHemleat Abstract Senvicas {CAS) registry number s providad for each such chemlgal i additlon 10 the percent by weight of the chemical
present in this product. 1t3s your respunsibllity alens to determina whethar your facllity s required to submit a Toxic Release Inventory Repart under ERCRA Section 213,

Certification No.: 283003 - u
Certification Date:  11/7/2013 o FA) ]

This repont is isseed In compliance with the raquiremants of EN10204 3.1/ 1S 10474 3.1 Mandar Hingwe - Dil’%f QUM and Metallurgy




