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Material Test ﬂepoﬂ

CARRR e .

COFFER ‘ Heat Code:vno _ An Ameri-Forge Group Compaiy

“”AFGM!J&I Compaity R 49770 Industrial Rd. Houston, TX 77010
S0 9001:2008 Certliflad Sales: (713) 8664421 Fax: (7T13) 455-8368

PLESA STEEL INC, PO: 208 . ' | Sales Order; 134975 LIne: 11
12700 NORTHBOROUGH..DR item Code: 0301800101~0020F | Gty Shipped: 20
STE 646 . . . |hemDesc, viG 08,00 0300 WN RF STD
Houston, TX 77067 ' Supplier: GERDAU _ Suppller Heat: 4484470
8pac: ASTM ALQS5/ALO5M-~ (12) /ASME SA 105/8A 105M-—(13) Section IL Part A
Elemant (%%wt) Ladfle Product EPCRA CAS#H | Elemeant (%owt) Ladta Product EPCRA  CAS#
C Carbon 0.l o, cCr ciromum 0.146 v TAE0-47-3
HMn  Manganesa 1.08 v 1439-96-5 Mo Molybdenun 0.92
P Phosphorous 0.014 E v Vapadium G.003
& Sulphux 0.004 iCh  corumblum 0,001 ,
85 siitcon 0,18 fc.E. . 0,41
Cu  Goppar 0.18 Y 1440-50-8 | CuNilrMo .59
Mi  Wlckeld 0,00 v 140080 ‘Ecmg 0,180

o i \

' Mechanical Testing i Other

Test Lab AFG FMILE GERDAU
Test Bar Size - SACRI'FICIAL PIRCE ' MHE AM84470
HBW 152 - 152 i Gountry of Origin usa
Elg (%) 23 oo
RA (%} 6 . :
Tensile Specimen Size (in) 494
Tensile (kal) 75,9
vield (ksi) 14,0 :
Gaugas Length z i

AmeriForge manufactures materials according to a cartlified Qualiiy Management System conforming to T80 B0UTI2004
and in compliance o PED 97/23/EC, Section 4.3 '

Mo Weld repair performed. Chemleal Analysls results shown are actual, Forgings are capable of passing
hydrostatic test ¢ompatible with Lhe appropriate rating. Blongstion taken from a round specimen, Yleld strength
was determined using the .2% offset method, All material supplied under this ordar is zerbified to s fres of
mercury contamination and no mercury bearing equipment was used in manufacturing, fabrigatlon or testing. Made
in UBA, '

No welg repair performed on this product,

Product compliant with NACE MROLYS / 150 15156 latest edition and dimensicns te ASME BLG.G - 20013

Tepsile Testing Per ASTM W8; Brinell Hardness Fer ASiM E10

£PCRA Supplier Notification: This produet may contali: ons or more toxie chermipals subject fo the reporilng rotulremants of Section 313 of the Emergency Planring und
Gummunlly Right-to-Knaw Act (Tllle 11 of the Suparfund Amendmants and Reauthorization Act of 1886} and 40 C.F.R. Part 372, Potentially raportable chemicals are iadicated with a
chackerark In tha "EPCRA" colimn and @ Chemical Abstraot Servics (CAS) regisity number Is pravidad for sach suoh chemical In addition to the porcent by walght of the shemlcal
orasent in this product. I 1s your responsibilty aians lo determine whether your faclfity ie requlred to submlt & Taxle Release Invanlory Report inder EPCRA Baction 313,

Certification Na.: 298383 - > t
Gertification Date:  4/17/2014 E & ® 7 "1y
This report Is fssued in compliance with the requiremants of EN10204 3,1 /150 10474 3.1h Mandar Hingws - Dii’%f QUM and Metallurgy
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