
Material Test Report 
Heat Code: YKW 

An Ameri-Forge Group Company 
13770 Industrial Rd , Houston, TX 77015 

PLESA ANAHUAC Y CIAS 
SA DE CV AV, VALLE DE LAS 

ALAMEDAS 66-0 

54940 TULTITLAN, EDO MEX 1 Supplier: CMC Supplie~ Heat: 2 5 7 0 3 3 1 

Mechanical Meat Tseat 
Tes t  Lab AFG :Norm. Temp. (F)  1675 

Tes t  Bar S l z e  SACRIFICIAL PIECE i Norm. ( H r s )  4.0 
HBW 149-153 : Norm. Coollng Type A I R  

EL9 ( % )  40. O : Norm. Locat lon AFG 

Fa ( % )  60. O 
Tens l l e  Speclmen S i z e  ( i n )  0.250 Other 
Tens l l e  ( k s i )  74.5 :Country  of Orlgln  USA (US) 

Yleld  ( k s i )  45 .3  , EF Y 

Gauge Length 1.00 

EPCRA Suppl~er Notification This product rnay contaln one or more toxic chernlcals subjed to the reportlng requlrements of Section 313 of the Ernergency Plannlng and Cornrnunlty 
Right-to-Know Act (T~tle III of the Superfund Arnendrnents and Reauthonzation Act of 1986) and 40 C F R Part 372 Potentially reportable chemicals are rndicated with a checkmark 
n the "EPCRA colurnn and a Chernlcal Abstract Services (CAS) reg~stry number IS provided for each such chernical in addit~on to the percent by we~ght of the chernlcal present In 
thrs product It is your responsib~lity alone to determine whether your facil~ty 1s required to submlt a Toxlc Release lnventory Report under EPCRA Section 313 

Certification No.: 14 8 3 2 0 

Certification Date: 8 / 2 2 / 2 0 0 8 

This report IS issued in cornpliance with the requirements of EN10204 3 1 1 ISO 10474 3 1 b F)uneet Saggar - Plant Metallurgist 


