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CERTIFIED MlLL TEST REPORT 

5 The Best Value - 
Price, Qimlity, Serwice 
Al1 The Titiíe. 

LOG NO. F00000000002325 Page 1 of 5 

BONNEY FORGE CORPORATION 
P.O. BOX 330 14496 CROGHAN PlKE * MOUNT UNION, PA 17066-0330 
(814) 542-2545 a (800) 345-7546 FAX (814) 542-4906 
w.bonneyforge.com 

CUSTOMER: PLESA ANAHtTAC Y CIAS., S.A. DE C.V. DATE 0511 7/20 10 

CUSTOMER 
ORDER NO.: 8154 

SHIP TO: AMERICAN DISPATCH 
302 QUlVlRA DR 
PANAM lNDUSTRIA1, PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000074877 

1 20 57933 11/2X11/2X 112 3M A105 TEE T SAIA 1 O5 
A1 0.022 C 0.200 Co 0.002 Cr 0.030 Cu 0.120 Mn 1.040. Mo 0.010 Nb 0.016 
Ni 0.030 P 0.007 S 0.022 Si 0.230 V 0.003 

CE(Long Formula) = 0.39 
TIS 77,500 Y/S 48,750 EL 29.55 RA 60.30 
Brinel1 141 BHN 144 BHN 

2 1 O 57973 2 X2 X 314 3000 A105 TEE T SA/A 105 
A1 0.027 C 0.200 Co 0.004 Cr 0.050 Cu 0.160 Mn 1.020 Mo 0.010 Nb 0.014 
Ni 0.040 P 0.008 S 0.024 Si 0.200 Sn 0.010 V 0.004 

CE(Long Formula) = 0.40 
T/S 80,625 YIS 51,250 EL 30.45 RA 60.55 
Brinell 144 BHN 139 BHN 

4 8 57784 2 X2 X 112 3000 A105 TEE T SAJA 1 o5 

A1 0.024 C 0.210 Co 0.002 Cr 0.030 Cu 0.1 10' Mi1 1.050 Mo 0.010 Nb 0.015 
Ni 0.020 P 0.012 S 0.021 Si 0.210 V 0.000 

CE(Long Formula) = 0.40 
TIS 79,500 Y/S 47,900 EL 29.00 IZA 60.00 
Brinell 179 BHN 179 BHN 

5 50 57937 1 112 3000 A105 90EL S SAIA 1 OS 
A1 0.024 C 0.200 Co 0.004 Cr 0.050 Cu 0.120 Mn 1.060 Mo 0.010 Nb 0.014 
Ni 0.040 P 0.007 S 0.020 Si 0.210 V 0.003 

CE(Long Formula) = 0.40 
TIS 75,625 YIS 49,500 EL 31.20 RA 59.30 
Brinell 139 BHN 132 BHN 

,t:Weicartiiy that the data on this sheet is a tnie copy taken from our records of material ' . 
furnished us by !he produclion mill, oras obtained by additional laboratoty checks. 

CMTR: REV2 

by 
TRUDY SMlTH 
QUALITY PROCESS MANAGER 



CERTIFIED MILL TEST REPORT 

The Best Valile - 
Price, QuuEity, Service 
Al1 The Time, 

LOG NO. F00000000002325 Page 2 of 5 

BONNEY FORGE CORPORATION 
P.O. BOX 330 * 14496 CROGHAN PlKE 0 MOUNT UNION, PA 17066-0330 
(814) 542-2545 * (800) 345-7546 FAX (814) 542-4906 
www.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C.V. DATE 051 17120 10 

CUSTOMER 
ORDER NO.: 8154 

S H lP TO: AMERICAN DISPATCH 
302 QUIVIRA DR 
PANAM INDUSTRIAL PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000074877 

6 1 O0 57965 1 314 3000 A105 90EL S SNA 1 05 
A¡ 0.026 C 0.200 Co 0.003 Cr 0.040 Cu 0,100 Mn 1.050 MO 0.010 .Nb 0.016 
Ni 0.020 P 0.008 S 0.020 Si 0.220 V 0.004 

CE(Long Formula) = 0.39 
T/S 77,020 YIS 50,505 EL 30.45 RA 61.92 
Brinel1 141 BHN 141 BHN 

7 50 57990 ' 112 3000 A105 90EL S SAIA105 
A1 0.022 C 0.220 Cb 0.000 Co 0.030 Cr 0.030 Cu 0.070 Mn 1.020 Mo 0.010 
Nb 0.014 Ni 0.020 P 0.008 S 0.023 Si 0.290 Sn 0.010 V 0.004 

CE(Long Formula) = 0.40 
T/S 78,750 YIS 53,750 EL 29.95 RA 60.05 
Brinell 135 BHN 137 BHN 

8 50 57987 r 1 3000 A 105 90EL S SAIA 105 
A1 0.019 C 0.200 Co 0.003 Cr 0.040 Cu 0.070 Mn 1.000 MO 0.000 Nb 0.01 3 
Ni 0.020 P 0.007 S 0.022 Si 0.220 Sn 0.010 V 0.003 
T/S 77,500 YIS 48,750 EL 34.65 RA 59.80 
Brinell 153 BHN 153 BHN 

9 1 O0 57940 2 3000 A105 90EL S SAJA105 
A1 0.024 C 0.200 Co 0.003 Cr 0.030 Cu 0.080 Mn 1.100 Mo 0.000 Nb 0.01 3 
Ni 0.020 P 0.006 S 0.019 Si 0.230 V 0.000 

CE(Long Formula) = 0.40 
TIS 75,000 YIS 50,000 EL 29.20 RA 60.30 
Brinell 137 BHN 135 BHN 

.\Ne-wrtify that h e  data,on this sheet Is a truecopy taken from our records of materlal , 
furnished us by the production mill, or as obtained by additional laboratory checks. 

by 
TRUDY SMlTH 

CMTR: REVP QUALITY PROCESS MANAGER 



' CERTIFtED MlLL TEST REPORT 

The Best Valire 
Price, Quulity, Service 
Al1 T11e Tixne. 

LOG NO. F00000000002325 Page 3 of 5 

BONNEY FORGE CORPOKATION 
P.O. BOX 330 14496 CROGHAN PlKE * MOUNT UNION, PA 17068-0330 
(814) 542-2545 0 (800) 345-7546 FAX (814) 542-4906 

CUSTOMER: PLESA ANAHUAC Y C M . ,  S.A. DE C.V. DATE 05/17/2010 

CUSTOMER 
ORDER NO.: 8154 

SHlP T0: AMERICAN DlSPATCH 
302 QuIVIRA DR 
PANAM INDUSTRIAL PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000074877 

1 112 3000 A 105 45EL S SAIA 1 O5 

A1 0.023 C 0.200 Cr 0.060 Cu 0.120 Mn 1.010 Mo 0.010 Nb 0.014 Ni 0.040 -. 
P 0.008 S 0.021 Si 0.260 V 0.000 

CE(Long Formula) = 0.39 
TIS 77,000 Y/S 53,750 EL 30.80 M 59.80 
Brinell 135 BHN 137 BHN 

2GOOO Af05TEE S SAIA 105 
A1 0.024 C 0.200 Cb 0.015 Co 0.004 Cr0.030 Cu 0.1 10 Mn 1.020 MO 0.010 
Ni 0.030 P 0.008 S 0.020 Si 0.210 V 0.004 

CE(Long Formula) = 0.39 
TIS 76,250 YIS 48,750 EL 32.00 RA 61.05 
Brinell 139 BHN 139 BHN 

1 6000 A105 TEE S SAIAIOS 

A1 0.023 C 0.200 Co 0.004 Cr 0,030 Cu 0.1 10 Mn 1.020 Mo 0.010 Nb 0.014 
Ni 0.030 P 0.007 S 0.024 Si 0.1 90 Sn 0.010 V 0.004 

CE(Long Formula) = 0.39 
T/S 76,633 Y/S 50,251 EL 30.95 RA 61.36 
Brinell 150 BHN 156 BHN 

1 6000 A105 90EL S SNAI 05 

A1 0.019 C 0.210 Co 0.002 Cr 0,040 Cu 0.030 Mn 1.040 Mo 0.000 Nb 0.014 
Ni 0.010 P 0.012 S 0.022 Si 0.210 V 0.004 

CE(Long Formula) = 0.39 
TIS 77,500 YIS 51,250 EL 30.30 RA 62.30 
Brinell 132 BHN 135 BHN 

CMTR: REVP 

,li. . 1 <- . . \ t <i<I. i ) i 

~e'cedify that the data o" this2heet 1s a trua co&tiken from our records of hatertal 1- 
fumished us by the production mill, oras obtalned by additional laboratory check~. 

by u 
TRUDY SMlTH 
QUALITY PROCESS MANAGER 

< 



CERTIFIED MlLL TEST REPORT 

The Best Valiie 
Price, Qauzlity, Sererice 
Al1 The Time, 

LOG NO. F00000000002325 Page 4 of 5 

BONNEY PORGE CORPORAtlON 
P.O. BOX 330 * 24496 CROGHAN PlKE MOUNT UNION, PA 17066-0330 
(814) 542-2545 (800) 345-7546 * FAX (814) 542-4906 
www,bonnejforge.com 

CUSTOMER: PLESA ANAKLJAC Y CIAS., S.A. DE C.V. DATE 0511 71201 0 

CUSTOMER 
ORDER NO.: 8154 

SH lP TO: AMERICAN DISPATCH 
302 QUIVIRA DR 
PANAM INDUSTRIAL PARK 
LAREDO TX 78045 
United States 

BONNEY ORDER NO. B000074877 

14 20 57667 1112 6000 A105 90EL S SAJA 1 05 
A1 0.027 C 0.200 Co 0.003. Cr 0.030 Cu 0.1 10 Mn 1.020 Mo 0.010 Nb 0.016 
Ni 0.030 P 0.007 S 0.021 Si 0.240 V 0.000 

CE(Long Formula) = 0.39 
TIS 78,500 YIS 48,800 EL 29.00 RA 63.00 
Brinell 156 BHN 159 BHN 

20 57979 2 6000 A105 90EL S SAIA 105 
A1 0.024 C 0.200 Co 0.003 Cr 0.060 Cu 0.110 Mn 1.080 Mo 0.010 Nb 0.015 
Ni 0.030 P 0.007 S 0.024 Si 0.200 Sn 0.010 V 0.004 

CE(Long Formula) = 0.40 
. T/S 78,125 YIS 50,000 EL 29.95 RA 60.80 

Brinel 141 BHN 141 BKN 

16 50 57933 11/2X11/2X 314 3M A105 TEE T SAJA105 
A1 0.022 C 0.200 Co 0.002 Cr 0.030 Cu 0.120 Mn 1.040 Mo 0.010 Nb 0.016 
Ni 0.030 P 0.007 S 0.022 Si 0.230 V 0.003 

CE(Long Formula) = 0.39 
TIS 77,500 Y/S 48,750 EL 29.55 RA 60.30 
Briiiell 141 BHN 144 BHN 

57857 1 112x1 112X 314 3M A105 TEE T SAJA105 

A1 0.025 C 0.200 Co 0.005 Cr 0.070 Cu 0.140 Mn 1.050 Mo 0.010 Nb 0.014 
Ni 0.050 P 0.01 1 S 0.019 Si 0.190 V 0.001 

CE(Long Formula) = 0.40 
TIS 77,500 Y/S 51,875 EL 30.15 RA 55.45 

- Brinell 137 BHN 137 BHN - 

-.. . ,  . . 
W e  certlfy that the data on lhls sheet Is a true¿opy taken from our records of material 
furnlshed us by the production rnill, oras obtalned by additfonal laboratory checks. 

by u 
TRUDY SMlTH 

' QUALITY PROCESS MANAGER 



CERTlFlED MILL TEST REPORT 
LOG NO, F00000000002325 Page 5 of 5 

The Besr Value BONNEY FORGE CORPORATION 
h i c e ,  Qtldlity, Sererice P.O. BOX 330 0 14496 CROGHAN PIKE MOUNT UNION, PA 17066-0330 

Al1 The Time. ($14) 542-2545 (800) 345-7546 FAX ( 8 ~ 4 )  542-4906 
www.bonneyforge.com 

CUSTOMER: PLESA ANAHUAC Y CIAS., S.A. DE C,V. DATE 05/17/2010 

CUSTOMER BONNEY ORDER NO. B000074877 
ORDER NO.: 8154 

SHlP TO: AMEFUCAN DISPATCH 
302 QUIVIRA DR 
P A N A .  INDUSTRIAL PARK 
LAREDO TX 78045 
United States 

17 20 57999 1 112 GOOO A105 TEE T SAJA105 
A1 0.024 C 0.200 Cb 0.015 Co 0.004- Cr 0.030 Cu 0.110 Ma 1.020 Mo 0.010 
Ni 0.030 P 0,008 S 0.020 Si 0.210 V 0.004 

CE(Long Formula) = 0.39 
TIS 76,250 YIS 48,750 EL 32.00 RA 61.05 
BrinelI 139 BHN 139 BHN 

57973 1112 6000 A105 TEE T SAJA105 
A1 0.027 C 0.200 Co 0.004 Cr 0.050 Cu 0.160 Mn 1.020 Mo 0.010 Nb 0.0 14 
Ni 0.040 P 0.008 S 0.024 Si 0.200 Sn 0.010 V 0.004 

CE(Long Formula) = 0.40 
T/S 80,625 Y/S 51,250 EL 30.45 RA 60.55 
Brinell 144 BHN 139 BHN 

1. THE FITTINGS SUPPLIED ARE IN ACCORDANCE WITH PURCHASE ORDER 
SPECIFICATIONS. 

2. THE MATERLAL SUPPLIED MEETS THE REQUlREMENTS OP BOTH NACE MR0103- 
2007 AND NACE MR0175/ISO 15 156. 

3. CERTIFYING ASTM A 105-09 / ASME SA 105-07 EDITION. 

4. THE PRODUCT SUPPLED WAS INSPECTED IN ACCORDANCE WITH EN 10204:2004 
EDITION TYPE 3.1 INSPECTION DOCUMENT. (EUROPEAN STANDARD) 

5. ELONGATION TEST RESULTS ARE OBTAINED USING STANDARD ROUND SPECIMEN, 
2 INCH OR 50 MM GAGE LENGTH. 

- ... 
-We certify that the data on this sheet Ls a tme copy taken from our'records of material 
fumished us by the production mil[, or as obtained by additional laboratory checks. 

CMTR: REV2 ' 

by u 
TRUDY SMlTH 
QUALITY PROCESS MANAGER 
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