
Material Test Report 
Heat Code: UYD An Amerl-Forge Group Company 

13770 Industrial Rd. Houston, TX 77015 
ISO 9001 :2008 Certified Sales: (713) 868-4421 Fax: (713) 455-8366 

EPCRA Supplier NdKcaUan: mls  pmduct may uintaln one at more laxio chombais subled m ths mpartlng requiremsnls oí  Sedion 313 of the Emeroeney Plsnning and 
CommunltyRlghW-KnowAct(Tltls 111 d l h e  Siiperfund Amendmentsand ReaulhakaLn Actd 1986)and40C.F.R. Part372. Potenfially iepon~blerhemicelsareindlcated wllh a 
checkmark h t h s  "EPCRA" wlumnand a Chemlcal Abetrsct Sewicss (CAS) mglstry number M pmvtdsd for ea& auch chernl~al In sdd'tlon ta the p m l  by walght ofihe chemioal 
Prsasni mmio ~roduct. n 1 s ~ ~ r e ~ p o n ~ t b l l i t y  alone to determins whelhsr your facilHy 1s iequlrsd la tubmlt a Toxlc Releare lnvenbry Rsport undsr EPCRA Ssellon 313. 

PLESA STEEL INC. 
5100 WESTHEIMER ROAD 
SUITE 200 

Houston, TX 77056 

Cartification No.: 261302 

Certiiicatlon Date: 2/27/2013 

Thls report 19 lsrued in compliancewith the mquiamenis of EN10201 3 11 ISO 10474 3.l.b 

PO: 72 1 Sales Order: 120278 Line: 10 
ltem Code: 0601600102-0021~ 1 Qty Shipped: 1 
ItemDesc: FLG 06.00 0600 WN RF XH 
Suppiier: CMC Suppller Heat: 3035149 

Spec: ASTM A105/A105N-(12)/~~~~ SA 105/SA 105~-i08ai section 18 Part A - Normalized 
Element (Xwt) Ladle ProducI EPCRP. CASll 1 Element (%M) Ladle Product EPCRA CAS# 
C Calbon 0.20 :Ni Nickel 0.11 4 7440-02-0 
M" Mang3neoe 1.01 4 7439-96-5 iCr chromiun 0.09 4 7440-47-3 
P ~hospharous 0.011 : MO Malybdenvm 0.026 
S Bvlphur 0.025 i V Vanadium 0.002 
Si Silicon 0.24 i Cb ~ ~ l u m i u n  0.003 
CU copper 0.27 J 7440-50-8 jC.E. 0.42 

Mechanical Tesiing Heat Treat 
Test Leb AFG : Norm. Temp. (F) 1675 
Test Bar Size Sacrificial Piece /Norm. (Hrs) 4 
HBW 152 - 152 jNorm. Caoling Type AIR 
El9 1%) 34 i Nom. Lacation AFG 
RA 1%) 63 

Tensile Specinen Size iin) .495 Other 
Tensile (ksi) 77.6 i MILL CMC-TEXAS 

Yield iksi) 46.4 i MHC 3035149 
Gavgs Length 2 j EF Y 

: DESC: Tig:F-12-2028-410 
i DESC2: Item# 0410-0006 

Peoduct compliant with NACE MR0175 / ISO 15156 and NACE MR0103 / ISO 15156 latest edition and dimensions to ANSi 
816.5 - 2009 
No Weld repeir perfomed. Chemical Analysis results shown are actual. Forgings are capable of passing 
hydrostatic test compatible with the appropriate rating. Elongatian taken from a round specimen. Yicld strength 
was determined using rhe .2% offaet method. A11 material supplied under this order is certified ro be free of 
mercury contamination and no meccury bearing equipment "as used in manufacturing, fabrication or testing. Mada 
in USA. 
No welding perfarmed. 
AmeriForge manufactures matsrials according to a certified Quality Management System conforming to ISO 9001!200f 
and in compiance to PED 97/23/EC, Section 4.3 
Tensile Testing Per ASTM EB; Brinell Hardness per ASTM EIO 


