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. 5i "Sil:.::on N o U".-‘427

| mercury- conta.m:l.natn.on and ne me.rcury beara.ng equipment was used in manufactu,nng, fabrication or testlng Made

Materla! Test Report

Heat Code' wop - : "~_ An Ameri-Forge Group Company
) 13770Industr|al Rd. Houston, TX 77015
180 9001 2008 Cemfed - Sares (713) 868-4421 Fax: (713)455 8366
PLESA 'STEEL- INC, 7. PO 54 e |Sa!esOrder 116980 o L|ne:‘3‘
5100 WESTHEIME ‘RQAD o ltem Code: 0152915100 OO2OF T |QtySh[pp‘ed: 10 :
{surrs 200 “ ... [ltem Desc: FLG 16.00-0150 SO RE . :
Houston, :{'X T7056.. “ . . |Supplier: GERDAL . . . 7 Suppller Heat' 4M82618
Spec: ASTM AlOS/AlOSM (12)/ASME Sh 105/5A 105M—(08a) Sectlon T Part Y ‘
‘Element . (%wt} JECT Product EPCRA CAS# _ [Eloment ~ (%wl) _ .Ladle. _ Product EPCRA CASH

¥ 7440¥50-8- "~ 0.370°

cu’ ..,-Cop_ps:r .
Hi . miekel .. v 7440-02-0, L3
Do 0 "Mechanical Testing I ) ‘ . ‘Dther .
Test Lab | B R e i MITL- IR : . GERDAU
‘Test Bar Size . - o s Sacrificial Piece . MHC R 4M82618
HBW-. - U F. 0 T o0 152 - 1532 : iEF. R Y
Elg (&), . o L. 35 O T R
RA (%) T 66 :
Tensile Spec:.men S:Lze {in) . 494
Tensile: kei) e 74.6
Yield (ksiy - i . . 452

Gauge Length T e . ‘ 2

BT T

Wo Weld ' repair perfbme.d Chemical Rnalysis- results shown are actual Forg:l.ngs are capable of passing
hydrostatic ‘test:, compat:.ble :with the eppropriate .rating. Elongation 'taken from a round specimen. ¥ield strength
was- determined using -the 2% offsot method. All material supplled under this: order is certified to be free of

in USA.

No weld:repair performed on jl:h:Ls product

Produc'l: compliant with NACE MROL75 / IS0 15156 latest eda.tlon and dlmens:.ons to’ ANSI Bl6.5 - 2009
Tens:.le Testlng Per ASTM" EB ‘Brinell Hardness Per ASTM E10Q

. EPCRA Supollér Nt céilori This product may contain one or mora toxic chemicals subject to the reporting requirements of Section 313 of the Emergency Flanning and
Commuriity Rigit-to-Know Act (Title LIl of tha Superfund Amendments and Reautherization Act of 1988) and 40 CFR. Pan372. Potenﬂaliy reportable chemicals are indicated with a
checkmark In the ‘EPCRA" column and @ Chemical Abstract Services (CAS) registry number fs provided for each such ehemical in addition to ths percent by weight of the chemical

presant in this product. 1t X 1§ your responsibility alane to detarmine whather your facility Is required to subm a Toxic Release Inventory Repon undar EPCRA Section 318.

Ceriification No.: 255316
Certification Date: 12/16/2012

mis report is issued in compliance with the requiremants of EN10204 3.1/ 130 10474 3.4.b Mandar Hingwe - Dir¥of QUM and Metallurgy




