
o ffer " Q Material Test Report 
Heat Code: 4202401 An Amen-Forge Group Company 

13770 Industrial Rd. Houston, TX 77015 
ISO 9001:2008 Certified Sales: (713) 868-4421 Fax: (713) 455-8366 

EPCRA Suppiier NotiBcation: This PrPdUCt may contain one or more loxic chamicala subiect lo Ihe reoortino raouirements of Ssction 313 of the Emeroencv Piannlno and 

PLESA STEEL INC. 
5100 WESTHEIMER ROAD 

SUITE 200 

Houston, TX 77056 
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Po: 42 I~alesOrder:  116720 Line: 12  
kem Code: 0151924101-0020~ 1 Qty Shipped: 5 
ItemDesc: FLG 24.00 0150 WN RE STD 
Supplier: Supplier Heat: 4202401 

Certification No.: 256651 

Certification Date: 1/7 /2013 

Spec: ASTM A105/A105M-(121/ASME SA 105/SA 105M-l08a) Section 11 Part A 

Element (%wt) Ladle Product EPCRA CAS# 1 Element (%wt) Ladle Product EPCRA CAS# 
C Carbon 0.20 : Cr chromium 0.01 J 7440-47-3 
Mn ~anganese 1.15 J 7439-96-5 j Mo ~olybdenum 0.001 
P Phorphorous O .O10 j V Yanadiurn 0.002 
S Sulphur  0.002 : Cb Colunbium 0.00 
Si silicon 0.25 ~c.E. 0.39 
CU cappez 0.005 J 1440-50-8 i CuNiCrMo 0.023 
NI Nlckel 0.01 J 7440-02-0 CrMo 0.011 

Mechanical Testing 
Test Bar Sire SACRIFICIAL PIECE ; 
HBW 149 - 152 
El9 ( $ 1  35.0 
RA ( $ 1  69.1 
Tensile Specimen Size (in) ,500 
Tensile Iksii 72.0 
Yield (ksii 46.0 

2 Gauge Length 

NO Weld repair performed. Chemical Analysis results shown are actual. Forgings are capable o£  passing 
hydrostatic test compatible with the appropriate rating. Elongatian taken from a round specimen. Yield strength 
was determined using the .2% offset method. Al1 material supplied under this order is certified to be free of 
mercury contamination and no mercury bearing equipment was used in manufacturing, fahrication ar testing. Made 
i" USA.  

No weld repair performed on this product. 
Product compliant with NACE MR0175 / ISO 15156 latest edition and dimensions to ANSI 816.5 - 2004 
Tens i l e  Testing Per ASTM EB: Brinell Hardness Per ASTM E10 

This report is iasued in cornpiiance with the requiremsnls of EN40204 3.1 1150 10474 31.b 


