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» Material Test Report

Heat Code:; zxs

An Ameri-Forge Group Compi v
« ffer® 13770 Industrial Rd., Houston, TX 77 5
1SO 2001:2000 Certified Sales (713) 8884421 Fax: (713)A455-8 6
PLESMA {BHUAC Y CIAS PO: 8177 ]Sales Order; 66675 Line: 12 |
SAh DE 1 AV. VALLR DE LAS Item Code: (153800100=-0020F [Qt‘y‘ Shipped: 11 -—l
ALAMED ; 66-0 ltem Dese; FLG 08.00 0150 BL RF 4105 NHT COFFR
54240 ILTITLAN, EDO MEX Supplier: cMC Suppiter Heat: 261973 ]
Spec: ? :IE SA-105/8A~1058M 2004 Section II/ASTM Al105/A105M-03 _ :]
Elornent _(Ywt) Ladle Product EPCRA CAS#® | Elomont (%wt) Laclo Produet EPCRA CASs
c Cark 0.19 iCx  chrominm 0.17 v 7440-47-!
Mn  Mang  cee 0n.89 ¥ 7438=86-5 Mo Molybdenum 0,131
p rhog  treun a.01L v Vanadium 0.101
§  sulp 0.013 ith  eolumbium 0.102
81 mild 0.18 :C.E. 0.102
Cu  ropp 0,24 v 7440-50-8  :CuNiCrMo 0.35
ML mlck .11 ¥ 7440-02-0 CrMo 0.:0
Mochanical : Othar )
Tear Labk PG éCo':.ntry of Origin UsA (U3)
Teat Bar ze SACRIFICIAL PIECE PER ¥
HBW 156-156 :
Elg (%) 28.0
RA (%) 810
Tensile redmen Size (4in) 0.497
Tenaile tl) 74.6
Yield (k 44.6
Gauge Ley th 2.00
i
Product ¢ ipliant with NACE MRO175 / IS0 15156, Jatest edition and dimensions to AMSI B16.5
Product ¢ pliant with and moets all reguirements of ASTM RI05/ASME 8AL05, latest editien.
No Weld 5 air performed. Chemical ARnalyzis resulta shown are actual. Forging: are capable of paseing
hydrostat : test compatible with the appropriate »ating. Elongation taken from a round aspecimen. ALl material
supplicd (dor this order is certified to be free of mercury contamination and nc mercury bearing equipment wa
weed in p wfacturing, fabricatrion or testing. Yleld strzength was determined using the 0.2% offaet method.
EPCRA Suppltt  |3tification: This product may contaln one or mora toxic chemicale subject to the reporting requirements of Seclioy 313 of the Emergency Planning and Commu
Right-to-Know . Titla 11l of ths Superfund Amandments and Rasuthorization Act of 1986) and 40 C.F.R, Part 372, Potentlally rep xrabie ehnmicals ana Indicatad with a checka
In the "EPCRA’  lamn and a Chamieal Absiract Servicas (GAS) raglelry numbar |5 providad for anch such chemical in addition to 1he percent by welght of the ehemical prasent &
thir product, B vur regponetbliity alone lo determine whether your facliity is required 1o submit n Texic Refaase Invenlory Roport inder EPCRA Section 313,
Certificatic No.: 150514 .
Certificatic Date: 10/2/2008 V"“&L“ S
THIZ paport IS 18 1l In compliance with the requimmante of EN10204 3,1 /150 10474 3.1 b Nicholas Tepovich - Metallurgic Lab Manager




