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SHIPPED TOAMERICA DISPATCH
302 QUIVIRA DRIVE
PANAMERICAN IND. PARK

LAREDQ, TX78045

GRADE OR SPECIFICATION NO.
CHEMICAL ANALYSIS. PHYSICAL PROPERTIES, REMARKS:

ITEM QUANTITY LOT NO.

SA/A105
216 5 57477 2 X2 X 3/4 3000 A105 TEE S A .
' c .200 MN 1.020 P 010 § .021°§1 . 190
NI .070 CU .200 CO .004 CR .0S0 MO . .020'
v .000 AL .022 NB . 018 e

CE(LONG FORMULA) = 0. 40
T/8 B1000 Y/8 50500 EL 29. 00 RA &2. 00
BRINELL HARDNESS1: 1359 HARDNESS2: 156

##i#d CONTINUED ON NEXT PAGE ##i##

We certify that the data on this sheet Is a true copy taken fram our records of material furnished us by the production mill, or as obtained by additiqfial laboratory checks.
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Cris Boozel
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