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Certificate/Serial/Job No: YA15 Qualnfy Department: jyéﬂ
Quantity  [Size (NPS) | Class Product Description Type SONumber Lme Sold to Date
14 10 150 s 103037 | Dsi137xu SWING 4/1412012

. - 450 psi si 325 psi . si
Pressure Test: apisos G4 Satisfactory | Spell Pressure : Pt} BackSeat : Pt L Seat Pressure p Seat Air Pressure p
: 3102.64 kPa kPa 2240.8 kPa kPa
Chemical Composition %] Mechanical Properties
Part Specif. HEAT#: C Si Mn P S Ni G Mo Cu 14 W Nb 4l N Ceq |Tensile Yield Elong Reduc Hord |Ch.] Ch.2 Ch3 Ch. A Temp. Heat
fhsif  fksif f%) (%] JHB] Y M) {7 @1 1 (R
MPa] __[MPa] [
YA15 / 6
[BODY —ASTMA216WCB-2008 V10783 | 0.214 0.444 0839 0022 0.017 0028 0.042 0.003 0.044 0.003 0.04 037 | 7488 46.40 33 55 148 N
A 514.90 319.9
CLAPPER ASTM A105-2005 C30967 | 018 017 085 0024 0008 0.02 006 0004 005 0003 036 | 7468 5220 30 65 150 N
51490 3599
COVER ~ ASTM A105-2005 C 11081 {019 022 086 0016 0012 005 006 0016 006 0.002 7555 4945 31 49 151 N
5209 3409
YA1S / 7
BODY  ASTMAZIGWCB2008 V10776 | 0211 0471 0785 0021 0013 0.015 0031 0002 0.024 0003 0.048 035 7540 4495 29 48 148 N
510.86 309.9
ICLAPPER ASTM AT05-2005 C30967 [0.18 0.7 095 0024 0008 002 006 0004 005 0.003 035 |7468 5220 30 85 150 N
51480 359.9
COVER  ASTW A105-2005 C1108-1 | 019 022 096 0016 0012 005 006 0016 006 0002 7555 4945 31 49 151 N
5209 3409
YA15 / 8
BODY  ASTMA218WCE-2008 V10775 | 0.211 0.471 0785 0.021 0013 0015 0031 0.002 0.024 0.003 0.049 0.35 | 7540 4495 29 48 148 N
519.86 309.9
ICLAPPER ASTM A105-2005 30967 018 017 085 0024 0008 0.02 006 0004 005 0.003 036 17468 5220 30 65 150 N
51490 359.9
COVER ~ ASTM A105-2005 C11081 {012 022 0096 0016 0012 005 006 0016 006 0.002 7555 4945 31 48 151 N
: 5209 3409
YA1S / 9 :
BODY  ASTMAZ2IEWCB-2008 V11385 | 0.212 0.544 0.858 0.021 0.009 0016 0.033 0003 0028 0.003 0.047 037 7488 4423 31 &2 167 N
1574.90 305
ICLAPPER ASTM A105-2005 C30967 |0.18 617 0S5 0024 0008 002 006 0004 005 0003 036 | 7468 5220 30 65 150 N
51490 3599
COVER  ASTM A105-2005 G1108-1 {019 022 096 0016 0012 005 006 0016 006 0.002 S 7555 4945 31 49 151 N
5209 340.9
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Hear Treaiment Codes:

A4 : Annealing
Ph-3: Precipitation Rardening
WO :  Water Ouencited

AC ¢ Air Cooling DA
SA : Solution Annealed S¢
WT : Water Quenched/ Tempered

Donble Aged

Solution Quenched

Furnace Tremment
Solution Treutment

Normalized/Tempered

0@ : OiQuenched
WAC : Water Coaling

Valves Tested per API598

We hereby certify, that the material described above complies with the order requirements.

Part Material

BODY ASTM A216 WCB

BOLTING ASTM A193 B7 7/ ASTM A194 2H
COVER ASTM A105
DISC-WEDGE-CLAPPER ASTM A105 +13%Cr Overlay
HINGE PIN ASTM A276 410

SEAT RING ASTM A105 + Sti.6 Faced

EC Declaration of Confirmity: JEV (Jiangyin Eastern Valve Co. Ltd.), Jiangsu Province, 214423, P.R. China

Undersigned by Liu Jian Qing, tepreseating Hanyin Eastem

edition.

According to Amnex V11 of Pressure Equipment Directive 97/23/EC , bereby declare that the products detailed above are in compliance with PED 97/23/EC and have been manufactured in accordance with
conformity assesment moduje B+D as approved Det Norske Veritas Inspection AB as ldentification No 0575 {formally 0409). The products may cover Category 1, I and 1II of pressure equipment.
For the most specific risks of this equipment, safety and compliance with essential requirements of the Directive has been based on APT 600, APIS98, ASME B16.34, ASME B16.5, ASME B16.10 latest

Valve company Lid. -
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