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Inspection Certificate and Material Test Report
(EN10204-1991 3.1.B / EN10204-2004 3.1)

e . ™ . : AN
Certificate/Serial/Job No: YC89 / 1 Quality Department.: f’?‘(
Cuantity Size (NPS) | Class  |Product Description Type SONumber |Line |Sold to Date
2 2.5 300 /103052 | DSI 23XUF GATE 3/16/2012
1125 psi 825 psi 825 psi . 80 psi
Pressure Test: apisos v Satisfactory | Shell Pressure : P BackSear : r Seat Pressure y Seat Air Pressure 4
7756.6 kPa 5688.2 kPa 5688.17 kla 551.58 kPa
Chemical Composition [%] Mechanical Properties
Part Specif. HEAT Ne | C Si Mn P hy Ni Cr Mo Cu 14 Nh Al N (Tensile I’whl Elong Reduc Hard Ci: I ¢h2 Ch3 Ch A Temp, Heat
(s fksip (%) ey iy
fMPal  [MPal i)
BODY ASTM AZ16 WCB-2004 J 1807 0.220 044 087 0024 0021 0014 0012 0016 0028 0.001 78.27 43.07 26 42 155 N
525.86 2097
BONNET  ASTM AZ16 WCB-2008 A 11927 0.210 0.40 087 0025 0014 0022 005 0001 0042 0005 06.021 7410 4437 28 57 151 N
510.60 3059
WEDGE  ASTM A216 WOB-2004 1508 018 043 077 0018 0010 0013 0081 0011 0035 0.001 76.42 4742 27 43 173 N
526.9 3269
Heat Treatment Codes:
4 Annealing AL ¢ Al Cooling DA ¢ Double dged FI ; Furnace Treaiment &N ¢ Nermalizing ¢ ¢ OidQuenched
Fhi-3 1 Precipitation Hovdening 84 ¢ Felutivn Annealed 5@ ¢ Solution Quenched 5T Solution Treatment r Tempering W r Water Cooling
W - Water Quenclied Wi o Water Quencheds Temperved NT Norwalized/Tempered
Part Material Valves Tesied per APIS28
BACK SEAT ASTM A276 410 We hereby certify, that the material described above complies with the order requirements,
BODY/BONNET ASTM A216 WCB
BOLTING ASTM A193 B7 / ASTM A194 2H

DISC-WEDGE-CLAPPER

ASTM A216WCB + 13%Cr Overlay

' PACKING

GRAPHITE

SEAT RING ASTM A105 + St1.6 Faced
. STEM ASTM A1 82 FGA CI 3 ....................................................
STEM NUT ASTM Ad39-D2

EC Declaration of Confirmity: JEV (Jiangyin Eastern Valve Co. Ltd. ), Jiangsu Province, 214423, P... China

Undetsigned by Lin 3an Qing, representing Hanyin Eastorn

According in Ansex VI of Pressure Equipment Directive 97/23EC hereby declare that the products detailed above are in compliance with PED 97/23/EC and have been manufactared in accordance with

iValve company 14, ©

P

jconformity assesment module B+D as approved Det Norske Veritas Inspection AB as Idensification No 0575 {frmally 0409). The products may cover Category 1, H and 7l of pressure equipment. For the mc}sf i
' N

gspecxﬁc risks of this equipment, safety and comphance with essential requirements of the Directive has been based on API 600, APISSE, ASME B16.34, ASME B16.5, ASME B16.10 latest edition.
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