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 Certificate/Serial/Job No: YE44 - Quality Department: 57
:l—'smm I
Quantity  Size (NPS) | Class  |Product Description Type SONumber |Line |Sold to ate
12 g 150 / 103038 | DSI 137XV SWING 5/2/2012
Pressure Test: Apisos Satisfactory 450 psi psi 325 psi ; psi
4 ¥ 7P | Shell Pressure : BaclkSeat : Seat Pressure Seat Air Pressuve
3102.84 kPa kPa 2240.8 &Pa kPa
Chemical Composition [%] Mechanical Properties
Part Specif: HEAT#} C Si Mp P Ay N7 Cr Mpr Cu 14 w Nk Al N Ceq {Tensile Vield Elong Redue Hard EC/L} Ch2 Ch3 Ch A Temp. {Heat
sy i fs) 0 1% ms Ly 143 [/ xy
{MPa] _ [MPa] i cr
YE44 / 5
BODY ASTMAZI6 WCB-2008 A 11705 | 0.200 0.42 0.88 0.024 0.013 0022 0.042 0001 0.036 G505 0.006 038 17250 4249 30 58 151 N
- 499.87 293
CLAPPER ~ ASTM A105-2005 G082 1018 049 095 0017 0.004 002 004 0002 604 0004 035 17685 5554 30 67 156 N
528.88 3829
COVER ASTM AT05-2005 C60518 1 0.18 021 097 0022 0022 005 008 0001 004 0003 7685 5385 245 64 155 N
529.86 3698
YE44 / 6
BODY ASTM AZ15 WCB-2008 AM793 10200 045 089 0026 0011 0.0256 0.047 0.006 0.037 s.0c5 0.043 038 | 7482 4495 30 56 157 N
515.87_303.9
ICLAPPER  ASTM A105-2005 Ca0082 1018 0.8 095 0.017 0.004 002 004 06002 0.04 0004 035 | 7685 5554 30 67 158 N
52086 3829
COVER  ASTM A105.2005 C60518 |08 021 097 0022 0022 005 008 0.001 0.04 0003 76.85 5385 245 &4 155 N
529.86_389.9
YE44 / 7
BODY ASTHM A216 WCB-2008 ATIBI8 1 0.210 0.44 086 0.030 0014 0.024 0.052 0.001 0.033 0.004 0.013 037 72350 4336 31 57 149 N
499.87 299
CLAPPER  ASTM A105:2005 Cs0082 1018 079 095 0017 0.004 002 004 0.002 004 5004 035 [ 7685 5554 3G 67 156 N
520.86 382.8
ICOVER ASTM A105-2005 CB0518 018 0.21 097 0.022 0.022 005 008 0001 084 0.003 7685 5365 245 84 165 N
528.85 369.9
YE44 / 8
BODY ASTMAZIGWCB2008 A 11781 | 0.200 0.47 088 0025 0014 0031 0.075 9.009 0.036 0.006 006 037 [ 7250 4292 31 58 149 N
499.87 2959
[CLAPPER  ASTM A105-2005 C40082 10.18 018 095 0017 0004 002 004 0002 004 0004 035 [7685 35554 30 67 156 N
529.85 3829
COVER — ~ASTM A105-2005 CE0ST8 0.8 0.21 087 0022 0022 005 008 0001 004 0053 7685 6365 245 64 155 N
520.86  385.8

YE44 / 9
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20DY ASTM A216 WCB-2008 A11814 ] 0210 0.47 087 0025 00812 0.031 0.05% 0004 0034 0004 0.038 0.37 } 7250 418t 3 58 149 N
49887 283

ICLAPPER ~ ASTM A105-2005 CT40082 | G.18 0.18 085 0017 0004 002 004 0002 004 0004 035 {7685 5554 30 &7 158 N
529.56 3823

COVER  ASTM A105-2085 Ceos1d | 0.48 021 087 0022 0022 005 008 000t 0.04 0003 7585 5385 245 64 155 N
520.88 368.3

YE44 / 10

BODY ASTM A216 WCB-2008 Ati798 | 0220 049 086 0.026 0.0t%5 0026 0.053 0.001 0.036 0.005 0.034 040 {7540 4553 27 56 153 N
519.86 3138

CLAPPER  ASTM A105-2005 ca0082 | 018 0.1 085 0.017 0.004 002 0.04 0.002 004 0004 035 |[7685 5554 30 67 158 N
£20.86 3828

COVER  ASTMA105-2005 Cao518 | 0.48 021 087 0022 0022 005 008 0001 004 0003 7685 5385 245 64 155 N
520.86 3689

Heat Treatment Codes:

4 : Anncaling AC : Alr Cosling DA : Double Aged FT : Furnace Treatment N ¢ Normwalizing 0@ : OMQuenched

Ph-3: Precipitation Hardening 54 : Solution Annecied 5@ = Solutiorn Quenched 8T : Solurion Treatment ¥ : Tempering WC : Water Cooling

WO :  Water Quenched WT :  Water Queriched/ Tempeyca' . NT. Normalized/Tempered

Part Material Valves Tested per API598

BODY ASTM A216 WCB We hereby certify, that the material described above complies with the order requirements.

BOLTING ASTM A193 B7 / ASTM A194 2H

COVER ASTM A105

DISC-WEDGE-CLAPPER ASTM A105 +13%Cr Overlay

HINGE PIN ASTM A276 410

SEAT RING ASTHM A105 + 54.6 Faced

EC Declaration of Confirmity: JEV (Jiangyin Eastern Valve Co. Ltd.), Jiangsu Province, 214423, PR. China

with essential

According lo Annex VI of Pressure Equipment Directive 97/23/EC . hereby declare that the prodacts detatied above are in compliance with PED 97/23/EC and have been manufactured in accordance with
conformity assesment module B+D as approved Det Norske Veritas Inspection AB as

Valve company Ltd. :
identification No 0575 (formaily 0409). The products may cover Category 1, H and ilI of pressure equipment.

| #%

For the nost specific risks of this
edition, M

safety and

i7 of the Directive has been based on APT 600, APIS98, ASME B16.34, ASME B16.5, ASME B16.10 lawest

Undersigned by Liu Hian Qing, representing Jianyin Easternt

Tuesday, October 02, 2012
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