Inspection Certificate and Material Test Report
(EN10204-1991 3.1.B / EN10204-2004 3.1)

DSi-Vaive Soluticns

12735 Dairy Ashford

Stafford TX 77477

281-637-2000 - Fax 281-637-2299
www.dsivaive.com

Certificate/Serial/Job No:

YH32  Quality Department: 77
Quantity  |Size (NPS) | Class |Product Description Type SONumber \Line |Sold to Date
4 4 150 / 103056 | DSI133XU GLOBE 9/10/2012
. : 480 psi 325 psi 325 psi . 80 psi
Pressure Test: apisos ] Satisfactory | Spolt Pressure : 2 BackSeat ; DSt Seat Pressure P Seat Air Pressure P
: 3102.64 kPa 2240.8 kPa 22408 fPa 551.58 4Pa
Chemical Composition [%] Mechanical Properties
Part Specif. BEAT#] C Si Mn P S Ni Cr Mo Cu V W Nb Al N Ceq |Tensile Yield Eilong Reduc Hard ICh.i Ch2 Ch.3 Ch A Temp. iHeat
Thal  fksi{  f%) (%I JHB] L M [ 1F}
[MPaf__[MPa] <
YH32 / 1 _
BODY  ASTMA216WCB-2007 W 12068 | 0.188 0.41 097 0.025 0010 0.045 0042 0.008 0025 0.001 036 |73.81 4495 250 430 163 N
' 508.90_309.9
BONNET ~ ASTMA216WCB-2008 W 14228 | 0.205 0.47 099 0025 0011 0024 0059 0003 0.044 0.007 0.049 039 {8222 5148 80 49 171 . N
566.89 354.9
DISC | ASTMA182F62-2008a - CV1-378 | 012 034 050 0.028 0010 013 1180 9686 6264 31 61 257 N
: : 667.83_4319 :
YH32 / 2
BODY ~ ASTMAIGWCB-2008 W 13950 | 0.212 047 005 0020 0.013 0013 0017 0.001 0025 0005 038 | 8454 4843 200 64 171 N
582.88 333.9
EONNET ~ ASTMA216 WCB-2008 W 14228 [ 0205 0.47 099 0025 0011 0024 0.059 0.003 0044 0.007 0.049 039 {8222 5148 30 49 171 N
. 566,89 3549 '
DiSC ASTMA182F62-2008a - CVI378 | 012 0.34 050 0029 0010 043 11.90 96.86 62.64 31 61 257 N
667.83 4319
YH32 / 3 |
BODY ~ ASTMA216WCB2008 W 14242 | 0.209 0.48 082 0.031 0014 0034 0.064 0001 0031 0008 0.044 038 | 7859 5554 31 65 167 N
: 541,86 382.9
BONNET ~ ASTMA216WCB-2008 W 14081 |0.210 038 0.85 0026 0013 0015 0025 0.001 0.035 0.008 036 | 8222 5438 32 56 361 N
. . 566.80 3749
BISC ASTMA182F62-2008a  C V1378 [ 012 034 050 0.029 0.010 043 1190 96.86 6284 31 61 257 N
: ‘ 867.83_431.9
YH32 / 4
BODY  ASTMA218WCB-2008 W 13951 | 0.104 043 092 0022 0.010 0010 0086 0.001 6,027 0.004 037 [7975 5380 270 500 164 . N
543.85 3709
BONNET ~ ASTMA2IGWCB-2008 W 14243 | 0.208 0.43 096 0032 0012 0.045 0,050 0001 0037 0007 0.051 039 |8280 5090 26 54 167 N
e 570.89 3509 :
DISC ASTMA182F6a-2008a  CVI378 | Q.12 0.34 050 0029 0010 043  11.80 96.86 6264 3t 61 257 N
667.83 4319
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Heaf Treattent Codes:

A ¢ Amnealing AC : Air Cooling D4 : Double Aged FT : Furnace Treatment N ¢ Nermalizng 0Q : OilQuenthed :
Ph-3:  Precipitation Hardening SA : Solution Aunealed $Q : Solution Quenched ST : Solution Treatutent T @ Tempering WC ¢ Warer Cooling .
W@ 2 Water Quenched. WT : Water Quenched/ Tentpered - NT. Yormalized/Terpered 5

Part Material Valves Tested per AP{598

BACK SEAT ASTM A276 410 ‘We hereby certify, that the material described above complies with the order requirements.
"BODY/BONNET ~astmaziewcs T ; .
"BOLTING  ASTM A193 B7 / ASTM A194 2H

DiSC-WEDGE-CLAPPER ASTM A182 FBA Cr 13

PACKING GRAPHITE T
SEATRING ASTM A105 + Stl.6 Faced

STEM ASTM A182 FBA Cr 13

STEMNUT ASTM A439-D2

\EC Declaration of Confirmity: JEV {Jiangyin Eastern Valve Co. Ltd.), Jiangsu Province, 214423, P.R. China

Undersigned by Liw Jian Qing, representing Jianyin Eastern

edition,

According to Annex VII of Pressure Equipment Directive 97/23/EC , hereby declare that the products d

iled above are in compliance with PED 97/23/EC and have been manufactured in ac-conj_gixce with

confonnity assesment module B+D as approved Det Norske Veritas inspection AB as Identification No 0575 {formally 0409). The-products may cover Category I, I1 and i of pressure equipment,’
FFor the most specific risks of this equipment, safety and compliance with essential requirements of the Directive has been based on API 600, API598, ASME B16.34, ASME B16.5, ASME B16:40 latest

Valve company Ltd. : -
%ﬂ_‘ 3%
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