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P Inspection Certificate and Material Test Report 12735 Dairy Ashford
- ; Stafford TX 77477
DSI = (EN10204-1991 3.1.B / EN10204-2004 3.1) 281-637-2000 - Fax 281-837-2200
: www.dslvalve.com
Certificate/Serial/Job No: ZB120 Quality Department:
Quaniity  |Size (NPS) | Class  |[Product Bescription Type SONumber |Line 1Sold to Date
20 4 300 /103269 | DS1148LUN SWING 11/4/2012
Pressure Test: apises || Satisfuciory 1125 psi psi 825 psi ; i
: ) SQHSfaC Shell Pressure : BuackSeat : Seat Pressure Sear Air Pressure
7756.6 kPa Pa 5688.17 kPu kPa
Chemical Composition [%] Mechanical Properties
Puart Specif. HEATHY C AYi Me P hy N Cr Mo  Cu vV W Nb Al N Ceq {Tensile Yield Elong Reduc Hord [Ch.1 Ch.2 Ch3 Cho A Temp. Heat
fhsif fhsif [%f %) [HB LA o 2 i {F!
[MPaj _[MPa) icl
ZB120 / 1
BODY  ASTMAZISWCB-2008 W 18288 | 0.207 045 000 0026 0000 0.053 0054 0008 0.046 0007 0.044 038 [7801 4901 27 46 162 N
537.86 337.9
CLAPPER  ASTM A105-2005 C1170 {020 020 08 0018 0008 002 004 0004 0.06 0000 036 | 7830 5003 27 89 161 N
539.86 3449
COVER  ASTM A105-2005 C309%7 | 018 047 085 0924 0008 002 006 0004 005 ©003 036 | 7488 5220 30 € 150 N
. 51490 359.9
ZB120 / 2
BODY  ASTMARIE WCB-2008 W 17224 | 0191 0476 0.883 0031 0012 0032 0045 0007 0035 €007 0851 036 | 7858 4950 29 60 169 N
541.86_ 3419
CLAPPER ~ ASTM A1D5-2005 e (020 020 09 0018 0008 0.02 004 0004 GOE 000D 036 | 7830 5003 27 69 169 N
539.86 3449
COVER  ASTM A105-2008 T30867 | 048 0.7 0.95 0024 0008 002 006 0004 005 0003 036 {7468 5220 30 65 150 N
514,90 3599
ZB120 / 3
BODY  ASTMAZIGWOB-2008 W 18312 | 0,198 048 080 0031 0008 0046 0052 0.007 0.044 0.007 0.044 038 | 8280 538 29 52 155 N
570.89 3709
CLAPPER  ASTM A105-2005 cTim 020 020 0% 0018 0008 002 004 0004 006  G.00D 036 |7830 5008 27 69 161 N
539.86 3449
COVER  ABTM A105-2005 c30067 [ 0.18 047 085 0024 0008 0.0Z 006 0004 005 0003 036 [ 7468 5220 30 85 150 N
514.90 3599
ZB120 / 4
BODY  ASTMAZIGWCB-2008 W 18267 | 0.198 045 093 0.035 0.01% 0023 0.044 0005 0039 0.007 0.045 037 |87.44 5916 28 60 157 N
50288 4079
CLAPPER  ASTM A705-2005 ci1i70 920 020 09 0.018 0GO6 002 004 00064 006 0.000 036 | 7830 5003 27 69 161 N
539.86 _344.9
COVER  ASTM At05-2008 C30987 | 018 017 095 0024 0008 0.02 006 0004 005 0003 036 | 7468 6220 30 65 150 N
514.90 _359.9
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Heat Treatment Codes:

VER
DISC-WEDGE-CLAPPER

ASTM A193 B7TM 7 ASTM A184 S

MA105

'ASTM A105 + 3168S Overlay

HINGE PIN
SEAT RING

ASTM A276-316

ASTM A105 + SH.6 Faced

A Amnealing AC ¢ Aiv Cooling DA ¢+ Double Aged FTr : Furnace Treafment Y Navmalizing Q0 OilQuenched
Pit-3: Precipitation Hardening 84 ¢ Solution 4nnealed 50 Swlution Quenched hYa Solution Treaiment T Tempering WC - Water Cooling
Wg ; Water Quenched W - Water Cuenched’ Tempered NT Normalized/Tempered

Part Material Valves Tested per API598

BODY ASTM A218 WCB Comply with the requirements of NACE MR0175-2002/MR0103

BOLTING

We hereby certify, that the materiai described abave compiies with the order requ'ireménté'.'

EC Declaration of Confirmity: JEV (Hangyin Eastern Valve Co. Ltd.), Jiangsu Province, 214423, P.R. China

edition.

According to Annex V11 of Pressure Equipment Directive $7/23/EC, hereby declare that the products detailed above are in compliam.‘,.émwith PED $7/23/EC and have been manufactured in accordance with
conformity assesment module B+{3 as approved Det Norske Veritas Inspeciion AB as Ideniitication No 0575 (formally 0409). The products may cover Category 1, i1 and 1{ of pressure cquipiment.
For the most specific risks of this equipment, safety and compliance with essential requirements of the Directive has been based on AP 600, AP1598, ASME B16.34, ASME B16.5, ASME B15.10 latest

Lindersigned by Liu Jian Qing, representing Jianyin Bastern

Valve company Lid, : o
A7 J %! é

Fhursday, Janvary 17, 2013
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