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Surveyor : WE HEREBY CERTIFY W T  THE MATERIAL =IN HAS BEEN MADE AND TESi'ED 1N ACCORDANCE WlTH ABOVE 
SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. Manager of Q.M Dept. 
WE USE OF THE UTERIAL WTSlDE THE SPECIFICATIONS INDICATED ON lHIS CERTIFICATE KAY CAUSE SAFETY 
ANDIOR MONETARY PROBLEMS. FURTHEMRE ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MDIFIES 
THE CERTIFICATE WILL BE PROSECIíIED  PO^ FORGING AN OFFICIAL DOClRlENT 
(ACCORDING M THE'PROVISIONS OF THE CRIMINAL CODE 231) 
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* DESCRIPTlION OF GWI)S : 
1.408.552MT ((t- 10 PCT) CARWN STEEL PIPES WELDED / ASn,A53 B 

* SlEEL GRADE : ASll A53 B 
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