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CERTIFICATE NO.: E200706-0020-001526(5001625) O_WW.HHT‘HO}H,W L/C No. (P/O No.) : 47L1-B93402-TMA4
A F o9 (h $ 8 7
COMMODITY E.R.W STEEL PIPE mm -.- .Mnmb_.- Mﬁmm_ qu.—u CUSTOMER DUFERCO SA
A E 7 (F)M ot M © S
SPECIFICATION APT 5LB PSL1/ASTM A53B(2006) HEAD OFFICE : BONGNAE-DONG 1GA. JUNG-GU, SEOUL, KOREA SHIPPER SEAH STEEL CORPORATION
POHANG PLANT : 14-1, JANGHEUNG-DONG, NAM-GU, POHANG
HEAT NO. %;_m F £ 7 % 4 3 QUANTITY H]
NO. | (BATCH NO.) ORDER SIZE B 4F Z 4 9 FEMNT) REMARK
*1 PCS TOTAL LENGTH WEIGHT
y 4-36405 r i
31 | (SIH3301070) BBE 16 X 0.250 X6.120 M 3 18.360 M 1.160
32 | (shias01080)| BEE 16 " X025 "  X6.1200N 1 6.120 M 0.386
33 aﬁm_%m%@e BBE 16 " X 0.250 * X 6.120 M 61 373.320 M 23.568
7
34 G_m%wo%mmee BBE 15 X 0.250 " X 6.120 M 68 416.160 M 26.272
HYDROSTATIC | N |[VD|F|S|C|RM|B|D|C|F|F|RF ZINC COATING CHEMICAL COMPOSITION(%) TENSILE TEST Hﬁm%ﬂ
TEST -l11fL|H|OlEAlE|R|R|{L|L|EL TEST ; ; (Gage Length : 50mm) ©)  lanso-l wonr Hemotarnve
L Aal DISMIAIOIR)SGINITIULALAIVA . - NESS | TREAT| COATING &
b 5 sec| R 4 el R - A #1e : : Tl ; D| TENSILE| YIELD |E.L SHEAR| TEST | MENT [ LINING
tlan]TlK pE|[1|T|#H|1]|6|RT|VEIGHT OF ; c|si| Mn | P |S |culNi|cr|Mo| v |cEq| D | IENSILE | YIEL
No. | (BATCH NO.) - LS| & UT|N N | E | S E|ZINC CONT HEIR Y s Sl o AREA
. = | A —-ING L e : ==
psi UlU|golT PlLs 1 c.saLkf [ 9 3 l2l2]2]2]3 % o |HICKT, o
L x| N ol n N : NESS [~ |
Tl G N [cawss| +3 6 4|5 |6 +7 +8 |sg| PSi Psi 1410 Jould & £11
71% 30 MAX | 26 120 | 30| 30 |40]40| 40| 15|80
SPEC MIN 60000 | 35000
31| 4-36405 660 ¢l 6 |a G 4 H [16[16] 46 |24] 5
(SIH3301070) pol16|15] 47 24| 71|11 1)1 T| 69260 | 52340 | 41 G
P {17]15] 45 |23| 6 |1|1|1|1]1 W| 70406
32| 5-35841 660 ¢lal|l ¢ |6 G H |15|18| 42 [16] 5
(SIH3301080) P |14|18| 42 |16] 4 |TR| 1|1 ] 1|TR T| 71110 | 54040 | 41 G
P |14|17| 43 |17| 3 |1]|1|1]|1|TR W| 69694
33| C€730408 660 o L e e G H [15{3|78|14]|6
(SIH3301090) P el 77 Mgl s Lo taiaka]a T| 71400 | 54040 | 41 G
P 14| 4| 7915|585 |1|1|1|2(1 w| 73535
34| C730493 660 Gl6| G |G G H|15]2]| 77 |19]| 7
(SIH3301100) P l1a] 1| 76 |18|6[2)1|1]2]2 T| 72820 44 G
B hidod 2ol 78 41905 [ La 0 T2 w| 72539
N k1~ +12 m
0 | Refer To The Attached H
T | Section Designation m
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- WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE

SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE.

AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES
THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231)

- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY

Manager of Q.M Dept.

g E.KIM




