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SPECIFICATION

EE LR

CERTIFICATE NO.: E200706-0020-001526(5001625)
A E

COMMODITY E.R.W STEEL PIPE

A E T 4

API 5LB PSL1/ASTM A53B(2006)

CERTIFICATE
SeAH SeAH Steel Corp.

(F)Ml or Ml T

MILL'S QUALITY

HEAD OFFICE : BONGNAE-DONG 1GA, JUNG-GU, SEOUL, KOREA
POHANG PLANT : 14-1, JANGHEUNG-DONG, NAM-GU, POHANG

Rk

DATE OF ISSUE 2007.04.30
Ak A od s

L/C No. (P/O No.) 47L1-B93402-ThA4

$ 8 7

CUSTOMER DUFERCO SA

2 2

SHIPPER SEAH STEEL CORPORATION

- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY

AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES

THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231)
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% o A . '
HEAT NO. | Shpe F o® A = T % QUANTITY ] !
NO. | (BATCH NO.) ORDER SIZE 2 % 4 o FZFW/T) REMARK
*1 PCS TOTAL LENGTH WEIGHT
730016 . .
16 | (SHH3221040) BBE 12 X 0.250 X 6.120 M 70 428.400 M 21.467
17 | (spiaasnsso| BBE 12" X025 "  X6.1200M 7 434.520 M 21.774
1-59104 . .
18| (sHH3231040)| BBE 12 X 0.500 X 6.120 M 60 367.200 M 35.787
1-59103 : . .
19 (SHH3231050) BEE 12 X 0.500 X6.120 M 24 146 .880 M 14.315
: ) . IMPACT
HYDROSTATIC [ N [VD|F|s|c|ru|B|D|C|F|[F|RF| ZINC COATING : . ~ TENSILE TEST
wst |- (11| LfH|{O|EA{E|R[R|L|L]|EL TEST SEMIOL DI (Gage Length : 50m) | (%) |uaro-| eaT | PROTECTIVE
D w W“_ m., m w_ w m m m m w w m % NESS | TREAT| COATING &
HEAT NO 5sec| R | 1 . R . : : 2| D ; i ; D| TENSILE | YIELD | E.L |ENE-(SHEAR| TEST | MENT | LINING
TIAN|T|K DE|T|T|H|I]|G]|RT|WEIGHT OF C |Si| Mn | P | S |CUINT|CRI{MO| V |CEQ : . F :
NO. | (BATCH NO.) El|L S| & & UT|N N | E | S E|ZINC CoaT mo g 1 | STRENGTH] STRENGTH RGY [AREA
. I G \ - 1 i -
psi m u 801 TlLs 1 C.S|ALK] ¢ 2 3 |2]2]2(2]3 % N dn_m,mw P U
| ol N | ) ) 2SS 7
Tl G N [cwss|+3 G <4 |+5 |6 *7 «g |xg| Psi PSi |10 [ould % +11
& 30 MAX | 26 120 | 30 | 30 |40|40|40| 15|80
SPEC MIN 60000 | 35000
16| (730016 820 clec| 6 |6 G . H |16] 2] 76 18] 8
(SHH3221040) pl17|2] 77 187 1l2f1]1]1 T| 69550 | 51480 | 43 G
p (17| 3| 75 [17]10f1]2]2]|1]1 W| 70406
17| €730919 820 G|G6| G |G G H |16] 2| 79 [17] 8
(SHH3221050) p 6] 2| 79 [19] 7 |1f1f1]1]2 T| 74100 | 57030 | 41 G
p 15 2] 79 [18|w]|1]1]1]1]1 Wl 74815
18] 1-59104 1650 [G|G| G |G G H [15|18] 46 [17] 5
(SHH3231040) P |14]17] 45 |19 7 | 1| 1|1 |R|TR T| 69550 | 48780 | 46 G
P |15]|17| 46 [15] 7 [ 1| 1|1 |TR|TR W| 67134
19| 1-59103 1650 |[G|Gc| 6 |6 G H [15]18] 43 |21] 6
(SHH3231050) p 16])18] 43 [20) 8 |1f1f1f1]|1 T| 66560 | 47640 | 46 G
P l1af17] 42 |21 8|1 1|1|1]2 W| 66423
N k- a1z 9
0 | Refer To The Attached H
T | Section Designation E
E R
) “WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE
Surveyor SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. Manager of Q.M Dept.




