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CERTIFICATE NO.:  E200706-0016-001522(5001625) O@W\H,Hm,HO>H,m L/C No. (P/O No.) : 47L1-B93402-TMA4
| % 4 ~ + a 7
COMMODITY E.R.W STEEL PIPE mo>= Mﬂm>_._ M._”mm— Uﬁuuw—u CUSTOMER DUFERCO SA
Al E P A ()Ml oF M B e A
SPECIFICATION APT 5LB PSL1/ASTM AS3B(2006) HEAD OFFICE : BONGNAE-DONG 1GA, JUNG-GU, SEOQUL. KOREA SHIPPER SEAH STEEL CORPORATION
POHANG PLANT : 14-1, JANGHEUNG-DONG, NAM-GU, POHANG .
% o . - - = 5 ;
HEAT NO. | “ypE F 2 2 % T % QUANTITY ] a1
NO. | (BATCH NO.) ORDER SIZE B F 4 o FZFM/T) REMARK
*1 PCS TOTAL LENGTH WEIGHT
| Cc720288 ) ., .
5 |(SHH5182080)| BBE 10 X 0.225 X 6.120 M 56 342,720 M 12.883
)
6 Am@wwmmome BBE 10" X 0.225 " X 6.120 M 55 336.600 M 12.653
7 Hw%m%wm00mov BBE 10" X 0.225 " X 6.120 M 56 342.720 M 12.883
8 | (siicsonon0)| BBE 7 X0.225 "  X6.120 M 75 - 22.574
. ) ) ) IMPACT
HYDROSTATIC | N |[VD|F|S|C|RM|[B|[D|C|F|F|RF| ZINC COATING : TENSILE TEST 5
TEST -|TI|L|H|O|JEA|E|R|R|L|L|EL TEST CHENICAL, OOMPOSITIONCR) (Gage __Em:_ : 50mm) m_w%w 1arD-| wEAT | PROTECTIVE
D w W,._ % m w w w w_ m w m m m m, - NESS | TREAT| COATING &
HEAT NO 5sec| R | - : R EIG |2| D ; . ; D | TENSILE | YIELD | E.L |ENE-|SHEAR TEST | MENT | LINING
TIAN|T|K|[®R|[DE|T|T|H|I|G]|RT|WEIGHT OF C [Si| Mn | P | S [CUINT|CR|MO| V |CEQ| D | IEN: JL1ELL - [SHES
sio |Ufulgolh s{flle ¢ EN NG |c%s|ark| % THICK-
i} L @m% _HHU__..MI M. - = G 2 3 212121213 SN zmMWT.E
Tl G N [cuwss| =3 G x4 | %5 | %6 *7 «g [+g| Psi Psi 1410 [ould % +11
7= 30 MAX | 26 120 | 30 | 30 |40|40|40|15|80
SPEC MIN 60000 | 35000
5| €720288 880 G|G| G |G G . H [16] 1] 73 |15 8
(SHH5182080) pl15)2] 72 [15(10f1f1f1|1]1 T| 74240 | 53190 | 40 G
pl15) 1] 72 [15]10f1f1f1|1]z2 Wl 74100
6| C720288 880 G|G| G |G G H |16 1| 73 |15] 8
(SHH5211010) P |17|TR| 73 |17| 9 |1]|2]|1]|1]|1 T| 72530 | 55470 | 41 G
P |17|TR| 72 |17| 7 |1]|2]|2]|1]1 W| 74240
71 710335 880 GI|G| G |G G H |16 1| 81 |11]|6
(SHH5211020) P 16 1|81 |12|7|1|1|1]1]1 T| 73250 | 54760 | 42 G
P l16f1|81|9|6f1|1]1]1]|2 W| 74380
8| SP83050 880 G|G| G |G G H [14|TR| 68 |11]| 5
(SHH5222030) P |13|TR| 68 | 9| 5 |TR| 1| 1]|TR|1 T| 65710 | 46080 | 41 G
P [14|TR| 68 [13| 6 |1|1|1|TR|TR W| 66420
N Bl o~ +12 %
0 | Refer To The Attached H
T | Section Designation E
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Surve - WE HEREBY CERTIFY THAT THE MATERTAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE M fOMD
Surveyor SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. anager of Q.M Dept.
- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY
AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES R\\\\
THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT u m-
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231) . B




