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CERTIFICATE NO.: E200812-0057-002874(5003628)
A F A

COMMODITY E.R.¥_STEEL PIPE

AE A

(F)Ml of Ml T

HEAD COFFICE ; BONGNAE-DONG 1GA, JUNGGU, SEOUL, KOREA

POHANG PLANT ; 14-1, JANGHEUNG-DONG, NAM-GU, POHANG

¢ F5 47

DATE OF ISSUE 2008.12.12

'EXEE:

L/C No. (P/O No.) : 4711-CBO768-TCTT(1103066336)
= & 7

CUSTOMER. PLESA

+ & A

SHIPPER DUFERCO SA

e

HEAT NO. | “fype F o8 A # T QUANTITY H] 3
NO. | (BATCH NO.) ORDER SIZE 2 2 4 o] THMT) REMARK
*1 PCS TOTAL LENGTH WEIGHT
17 | srityi13020) BBE 10" X0.250 "  X6.120 N 20 122.400 M 5.152 | CONFIRM TO NACE NORM MRO175(LAST EDITION)
+ERW: CHENICAL COMPOSITION, HEAT TREATMENT AND HARDNESS ONLY
18 (S[?[Byzlziiglozlo) BBE 1" X SCH40 X6.120 M 2 12.240 M 0.740 | *DSAW:CHEMICAL COMPOSITION AND HARDNESS ONLY
19 | sireoabo)|  BBE 10" X SCH40 X 6.120 M 10 61.200 M 3.703
20 | (siiiiesn)|  BBE 10" X 50140 X 6.120 N 7 42,840 N 2,592
TMPACT
HYDROSTATIC [ N{VD|F|S|C|RM|B|D|C|F|F|RF| ZINC COATING TENSILE TEST TEST
TEST < {II|L|H|O|EA]JEJR|R|L|L}JEL TEST CHEMICAL OCMPOSITION(®) (Gage Length : 50mm) (T) HARD-| EAT | PROTRECTIVE
AR BRHH B R T
HEAT NO 5 sec R An[T|K[RIoE| T r|#|T|g|rT|{mmcnoe|Z|Z| B [c|si|wm|P|s [cofnr|cRuo| v lcoo D| JENSILE( YIELD ' E.L |ENE SHEAR TEST | MOKT - LINING
NO. { (BATCH NO.) . Ls|E S|UTIN N|E[3E]C COAT 3 J [TRENGIH) STRE
. - 1 -
psi1 H u &g ]{] (%} L}SJ—— ]{] C.S|ALK G 2 3 2{z2|2|z2|3 % SN TH][EICSKS P.0
Tl G N |causs | «3 G *4|+5]+6 +7 +g [+g] PSi PSi 410 [rould & *11
7z 30 MAX | 26 120 | 30| 30 |40|40|40] 15|80
SPEC NIN 60000 | 35000
17| 3-4151 980 |GGG |ea G H [16]19] 65 [15] 3
(SHIY111020) P {15418| 64 |13| 3 [1|1|1|1|1} |T| 74530 | 54040 | 38 G
P l16{19| 64 [13| 4 [1|1|1]|1|2} |w]| 76966
18| SB22412 o [6|G| G |6 G H |18| 2| 81]15] 4
(SHIY112010) P |18 2|81{16|5|1|1|1]|mR T| 73100 | 50200 | 40 G
P luz| 2| e |13|s5|1|t|1|mla] [w]| 75673
19| SB22068 1“0 |6|G6| 6|6 G Ho|17| 2| 81 |14] 4
(SHIY112020) P |18 1| 8 |12| 4 |®|1|1|m|™R| |[T| 70070 | 50400 | 40 G
P || 2| 82|35 |ml1|1|mla| |w]| 73832
20 | sB22076 143 |6|c| 6 |6 G H|17| 2| 75 |12] 6
(SHIY112030) P |16| 1| 74 |12| 7 |1|1|1|mR|TR| |[T| 71540 | 50200 | 36 G
P li6]2| 7 |10]6|m® 1]1|m®T| [w]| 74401
N p1~#12: 2
0 | Refer To The Attached H
T | Section Designation E
E

Surveyor

AND/OR MONETARY PROBLEMS. FURTHERMORE,

ARE ACCEPTABLE

THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231)

- WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE
SPECIFICATION AND THE RESULTS OF ALL TEST .

- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAPETY

ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES

Manager of Q.M Dept.




