Material Test Report

‘ Heat Code: GNL An Ameri-Forge Group Company
® 13770 Industrial Rd. Houston, TX 77015
(§) ffer 1SO 9001:2000 Certified Sales: (713) 868-4421 Fax: (713) 455-8366
PLESA BNAHUAC Y CIAS PO: 5647 }Sales Order: 68015 Line: 21
84 DE CV AV. VALLE DE LAS ltem Code; 0151600102~0020F [Qty Shipped: 25
MEDAS 66-0 tem Desc: FLG 06.00 0150 WN RF XH
54940 TULTITLAN, EDO, MEX Supplier; cMC Supplier Heat: 3006395
Spec: ASTM A 105/A 105M-{05) /BRSME SA 105/8A 105M~{0fa) Section II Part A
Element {Fowt) Ladle Product EPCRA CAS# }Ei&ment {%owt) Ladle Product EPCRA CAS#
55 Taroon 9.19 b s v 7440-47-3
Mn  Manganese 0.86 v 7439-88-5  tuo o
=4 prosph 0.00¢ §¥ rafisdium
S Suiphur 4.617 %Qh Golumbiun
8i  siyicon g.18 ; E.
Ca copper 0.20 Y F440-50-8  LCuNiCrMo
Hi  wigel 5.08 v 7440-02-0 CrMo
Mechanical Testing : Other
Pest Lab AP PMILL e
Test Bar Size SACRIFICIAL PIECE  IMHC 3008395
HBW 143 - 145 1EF ¥
Blg (%) 35
RA (%) 65 E
Tensile Specimen Size [in] 497 :
Tensile (ksi) 70,1
Yield fksi} ) 40.8
Gauge Length 2 :

Product compliant with NACE MRG17S / 180 15158, latest sdition and dimemsions o ;«5»381 Bi6.5

Product compliant with and meets all reguirements of ASTH al@:ihitﬁ&: SALE edigion.

No Weld :epai}: performed. Chemical Analysis yesults shown are a p ings are capable of passing
hydrostatic test compatible with the appmg:’iaza rating. Elongation taken from & round specimen. ALl material
supplied under this order is certified to be free of mercury contamination and no mercury bearing eguipment was
used in manufacturing, fabritation or testing. Yield strength was determined using the 0.2% offsst method.

EPCRA Supplier Nolification: This product may contain one or mare toxic chemzcais subject to the reporting requirements of Section 313 of the Emergency Planning and

Community Right-to-Kniow Act (Title il of the Superfund A and R horization Act of 1986)and 40 CFR. Part 372. Potentially reportable chemicals are indicated with a
checkmark in the "EPCRA” column and a Chemical Abstract Services (CAS) registry number is provided for each such chemical in addition lo the percent by weight of the chemical
presentin this p . Itis your responsibility alone 1o’ determine whether your facility Is réquired to submit a Toxic Release Inventory Report under EPCRA Section 313.
Certification No.. 160429 A A 7

> o B
Certification Date:  1/16/2009 \m@lﬁa@xh c;&%aw“’:ifg ]

This report is issued in compliance with the requirements of EN10204 3.1 /1S0 104743 1 b Nicholas Tepovich - Metallurgic Lab Manager



