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CERTIFICATE NO.: E201004-0134-000862(5005298) - CERTIFICATE L/C No. (P/Q No.) : 1103077721
A ¥ 9 A +£ & 7 :
COMMODITY E.R.W _STEEL PIPE se " SxEAH Steel COI’p " CUSTOMER PLESA
A E T A ()Ml oF M| z 2 2
SPECIFICATION API 5LB PSL1/ASTM A53B(2007) HEAD OFFICE ; BONGNAE-DONG 1GA, JUNG-GU, SEOUL, KOREA SHIPPER DUFERCO SA
POHANG PLANT . 14-1, JANGHEUNG-DONG, NAM-GU, POHANG
HEAT NO. T%’Yp%} z 72 2 % QUANTITY ] -
NO. | (B&TCH NO.) ORDER SIZE B £ % 7 o FZ/T) REMARK
*1 PCS TOTAL LENGTH WEIGHT
17 (5%36265121320) BBE 14" X SCH40 X 6.120 M 20 122.400 M 11.542 | CONFIRM TO NACE NORM MRO175(LAST EDITION)
58047 *ERW: CHEMICAL COMPOSITION, HEAT TREATMENT AND HARDNESS ONLY
18 (3&3242070) BBE 14" X0.312 " X 6.120 M 148 905.760 M 61.356 | *DSAW: CHEMICAL COMPOSITION AND HARDNESS ONLY
19 (5}3{33626492]&?80) BBE 14" X 0.312 " X 6.120 M 280 1,713.600 M 116.079
20 (Sﬁ?g?zsg’{)&o) BBE 10 " X 0.250 " X 6.120 M 290 1,774.800 M 74.701
TNPACT
HYDROSTATIC vDi{FiIs|CIrRM|{BID|C|F|F|RF[ ZINC COATING TENSILE TEST
TEST IT|L|H|O|JEA|E[R{R|L|L]|EL TEST CHEMICAL COMPOSITION(%) (Gage Length : 50mm) EE(%
AHHHH R S
HEAT NO 58ec| R| 1 R Z{g| D : : ; D|{ TENSILE | YIELD | E.L |ENE-|SHEAR TEST | MENT
TIAN|T]K pEjI1!T|H|TI|G|RT|VEIGHT oF C [Si| Ma | P | S |CulNi|Cr|Mo| V [Nb|Ti| |CEQ .
NO. | (BATCH NO.) El |us|e Elut!n N|E|se|zvccoar| S {2 & I | STRENGTH | STRENGTH RGY [AREA
|3 TN QlAI|G G EN -ING | ] ] R
psi LU&%[{] IL]?{ gl - G 2 3 2(2f(2]213(33 % HRC | oN
0 . .
Tl G N |causs| 3 G #4 | 5 | +6 *7 *g |=g| PS1 PS1T 1+10 |Tould % *11
e 30 MAX | 26 120 { 30 30 |40|40[40|15[80 22
SPEC MIN 60200 | 35500
17 | SB66923 1390 (c|Gc| 6 |6 G H [18] 1] 82 [15] 7
(SHK3241120) P |17|TR] 82 |17 8 | 1| 2{TR|TR! 1 |TR| 1 T| 69030 | 47280 | 30 8| &
P |18 2] 82|16]|8 |1]|2|mR{TR|1]|TmR|1 Wl 74980
18 | sB58947 950 ¢lc| 6 |@ G H {17l 2| 76 [11] 6
(SHK3242070) P |16] 2] 77 |13|6|2|2]1|TR|1|21TR T| 73090 | 47860 | 33 7 G
: P 18|2) 77 10]8f2|2{1|mRi1]2]|m® W| 79910
19 | sB66919 950 GlGj| G |G G H 17| 1] 81 [16] 7
(SHK3242080) P (16280 |18l 8l1l1l{mlmiTRi1]2 T| 70770 | 48150 | 32 8l 6
. P [17|TR].81 {14 5 | 1| 1{TR|{TR|TR| 1| 2 W| 75560
20 | 5098005 1000 [GIG] G |G G H |14 1|68 [14]|7
(SHIE3261040) P 13[1]67|15|9f2|2]2|mR|1|2}1 T| 70050 | 49160 | 34 8| &
P l1a| 2|68 |16]82]2|2]ml1]2]|1 w| 77010
% *1-BBE:Black Beveled End(30 * )
N *1 ~ *11: H | *2-U:Weld Seam Ultrasonic Test
g ge}f‘er To | E| «6-H:Heat(Ladle) Analysis, P:Product Analysis #7-2:X100, 3:X1000
B thers g *0-T:Base Metal Transverse, W:Weld Part Transverse *10-E.L:Elongation *11-S.N:Seam Normalizing *G:GOOD *Tr:Trace
. - WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESIED IN ACCORDANCE WITH ABOVE " _T
Surveyor : SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. anager of Q.M Dept.

THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231)

- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY
AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES




