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CERTIFICATE NO.: _E201006-0255-001458(5005233) - CERTIFICATE L/C No. (P/O No.) : 1103077092
A ¥ AH SeAH Steel Cor T oa
COMMODITY E.R.W STEEL PIPE Se — o hy p- CUSTOMER PLESA
A= 74 ()Ml OF X O F o A
SPECIFICATION : API 5LB PSL1/ASTM A53B(2007) HEAD OFFICE ; BONGNAE-DONG 1GA, JUNG-GU, SEOUL, KOREA SHIPPER DUFERCO SA
POMANG PLANT : 14-1, JANGHEUNG-DONG, NAM-GU, POHANG
HEAT NO. ?Yp%} = & o2 % % QUANTITY " o
No. | (BATCH NO.) ORDER SIZE 2 o5 % 7 o 22E(U/T) REMARK
*1 PCS TOTAL LENGTH WEIGHT
1| (smcritano) BBE 10 " X SCH40 X 6.120 122 746.640 M 45.172 | CONFIRM TO NACE NORM MRO175(LAST EDITION)
+ERW: CHEMICAL COMPOSITION, HEAT TREATMENT AND HARDNESS ONLY
2 |¢ Sﬁ?ffgzs(?m) BBE 10" X SCH40 X 6.120 M 286 1,750.320 M 105.894 | *DSAW: CHEMICAL COMPOSITION AND HARDNESS ONLY
3 | (siimao)| BB 10 " X0.500 "  X6.120 M 19 116.280 M 9.483
4 | (o)l BBE 1 X0.375"  X6.120 M 12 73.440 M 5.955
HYDROSTATIC vo|F|s|clrulB|D|Cc|F|F|RF| zINC COATING . TENSILE TEST IMPACT
TRST ri|lalolEalelRIR|[L|L|EL TEST CHEMICAL COMPOSITION(%) (Gage Length © 50mm) et
D|SM[A]|O g SGIN|I|U|A|A \E/A PNIAEFSDS-THREEA&
HEAT NO 5sec|R|7|TEITIE R PN R S R N E T werour op| 7 2| D |c|si| [P |s |cufni|or|uo| v|No|ni| |ono|D| TENSILE | VIELD | E.L |ENE-|SHEAR TEST | MENT
NO. | (BATCH NO.) £ LS| ElUTIN N|E [ § | ZINC CoT HEIE 1| STRENGTH | STRONGTH RGY [ AREA
wsi JUlulgdldy S{is I c.s|ak| [ 2 3 |2]z2]2]2]3]3]3] |c2 g HRC
Li— " NN o N N
T g G N |causs| #3 G 4 | +5 | +6 *7 xg |xg| Psi psi 1410 |lould % *11
7= 30 MAX | 26 120 | 301.30-46T707Y0| 1580 22
- | T
SPEE | Ty h \/ 60200 | 35500
1| SQ00766 10 [G|G| G |G G ‘9 17| K77 [12] o8 L2 30
(SHK4162040) ( | 16| Tetere T 4 | 1] 2 |TR|TR|TR| 2| 2| |20|T| 71540 | 48780 | 35 8 G
- \_/--—"""P 61|76 11| 7|1|2|mR|R|TR[2|2| [20|W| 73250
2 | sqoo7s9 0 |6|G6| G |6 G R|17| 2| 77 |11] 2 30
(SHK4162050) P l16| 1|78 |10]al2|2|2|R|1|TR|1| |30|T| 73530 | 48780 | 34 71 G
P |18 1|78 |11|4]|2|2|2|m|1|mj1] [32|W]| 75390
3| co31463 1990 |G|G6| 6|6 G H|15013| 78 |14] 6 28
(SHK4272070) P |14f12| 77 {14 4|1} 2|1 |TR]2]2 27| T| 73650 | 62860 | 37 9| &
P |14]14| 79 |12]5|1|2|1|R|2]2 28| W| 77230
4| sB70115 150 |G|G| G |G G H [20|TR| 89 {11] 5 35
(SHK5192280) P l1oj1|so|o|6|ml1lz|mli]|z]|2]| [3¢4|T| 74950 | s2010 | 33 8 G
P [20|TR| 90 |11]| 4 |m|1]2|m|1]2{2] |36]|w%w]| 77230
(T) *1-BBE:Black Beveled End(30°)
N *1 ~ #1101 b1 %2-U:Weld Seam Ultrasonic Test
g gef‘er To | B | +6-H:Heat(Ladle) Analysis, P:Product Analysis #7-2:X100, 3:X1000 #8-C2:CHin/6+(Cr+Mo+V)/5+(Ni+Cu)/15
B thers % +0-T:Base Metal Transverse, W:Weld Part Transverse *10-E.L:Elongation *11-S.N:Seam Normalizing #GiGOOD  *Tr:Trace
) "WE HEREBY CERTIFY THAT THE MATERIAL HEREIN FAS BEEN MADE AND TESIED IN ACCORDANCE WITH ABOVE
Surveyor : SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. Manager of Q.M Dept.

THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231)

- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY
AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES




