INSPECTION CERTIFICATE

HAAHHS
P/0 No. x*'g‘kl- QAE' EUNHS
L/C No. CERTIFICATE No. : 20120215043
TR (HUSTEEL CO.,LTD ) FELE
ISSUED DATE : 2012. 02. 15. [OHEAD OFFICE : Shinan B/D 15F, 943-19, Daechi—dong MANUFACTURED No.:  2011-12-210
AEy Kangnam-ku, SECUL 135-845, KOREA ER=Ep
COMMODITY E.R.W. STEEL PIPES (ODANGJIN PLANT: 569-1,BUGOK-RI,SONGAK-MYEON, DANGJIN-GUN, SUPPLIER : HUSTEEL CO.,LTD.
AERA CHUNGCHEONGNAM-DO,KOREA P
SPECIFICATION : AP| 5L8 PSL1 / EDAEBUL PLANT: 11 BLOCK,DAEBUL NATIONAL INDUSTRIAL COMPLEX, CUSTOMER PLESA ANAHUAC Y GIAS.,
ASTM A53B NABUL-RI, SAMHO-MYEON.,YOUNGAM-KUN,CHULLANAM-DO,KOREA SADECLV.
F2XE ol ZH Al & s & o
o sz 53838 ORDER SIZE = = TENSILE TEST CHEMICAL COMPOSITION(%)
ITEM| HEAT NO. T%:E QUANTITY NOMINAL HIZX S =] WEIGHT IERUC IRAS olag g=4l i ] .
NO. | (LOT) (PIECES) SIzE oD W 20| s i - YR | C|Si{Mn| P| S | Cu{Cr|N M| V |[No| Ti | B|PCM| CEQ
(inch) {mm) (in) LENGTH (Ib/1t) 2| -3 -2 -3 -4 -3
(ft) . . (YS/7T8
@ @ 3 (psi) (psi) (%) ) @
1 | SP19123 | BPEB 89 10 3/4 273.1 0.225 20’ 25.32 85989 46410 40 1211577110} 3 14115 111 1|10 2 | 11
2 | SP21988 | BPEB 305 10 3/4 273.1 0.225 20' 25.32 67005 47570 42 10118751121 7 5111710 1|12 1|10
HYLTR%QT%\T]C axaeg | UEH2 FEAE =z ggmozAL Zlor\}lg %Cif:l'[IﬁG VisUAL | BLaTT- | W | R | ™M | sT IMPEA'I_"CI)\ I'I'gEST Res.
ITEM TesT ~ HeaT ﬁ'ogT HARDNESS | CIRCUMFERENCE SEE%.EH TEST & ENNG | D | G | G| Mag. B 2
NO-1 TP e | T TEST OFWELDS | WzC | CST |DIMEN-| (BEND) | T | T | T (%)) p Eg|§FéGY1(3J) @ REMARKS
(psi) {HV) (psi) {g/w) | (TMES)| SION | TEST
SuLt END BODY
® ® ( )T
1 1000 {GOOQOD 930 ACCEPT 70050 : ACCEPT| GOQOD 0.1 17 @Latest edition per
2 1000 |GOOD 930 ACCEPT 71066 ‘ ACCEPT| GOQOD 0.1 16 API 5L 5B (44th,2008)
ASTM A53B(2007)/
ASNE SA53B(2007)
(@HARDNESS MAX. 22 HRC AS
PER NACE MR 0175
N | @TYPE BPE BLACK PLAIN ENDS BPEB 8PE BEVELLED BTE BLACK THREADED ENDS BTC BLACK THREADED & COUPLED GPE GALVANIZED PLAIN ENDS GTE GALVANIZED THREADED ENDS GTC GALVANIZED THREAD & GOUPLED
O | @0.D. ouTsIDE DIAMETER @W.T. WALL THICKNESS @CHEMICAL COMPOSITION CHECK-ANALYSIS/UNIT —2:1/%100 —3:1/%1000 -4:1/x10000 TR TRACE &TP TESTING PRESSURE ®NDT NON-DESTRUCTIVE TEST
T | E.T €DOY CURRENT TEST U.T ULTRASONIC TEST @WZC WEIGHT OF ZINC COATING CST COPPER SULPHATE TEST ® WDT WELD DUCTILITY TEST RGT RING GAGE TEST MGT METALLOGRAPHIC TEST @S.T STRAIGHTNESS
E | @P=Position B:Base Metal, CL:Center Line GSPECIMEN SIZE, A:10x10mm, B:10x7.5mm, C:10x6.7mm, D:10x5.0mm, @ RES.MAG. : RESIDUAL MAGNTISM
SIGNATURE 2 HSS 28 #30] J& AE L 2AM0 SHIUSS SHELICH SIGNATURE

SURVEYOR TO:

a = a M= ocose

WE HEREBY CERTIFY THAT THE PRODUCTS HEREIN HAVE BEEN MADE AND TESTED IN ACCORDANCE
WITH THE ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ORDER.

%, .

MANAGER OF QUALITY ASSURANCE TEAM

HMS C-30-05-(21)
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