MATERIAL TEST & INSPECTION CERTIFICATE @ SUNGKWANG BEND CO, LTD.(SKE)
1720, Songjeong-Dong, Gangseo-Ku,Busan,Korea
CUSTOMER: ALLIED FITTINGS According to TEL : 82-051-3300-450
PROJECT NAME:  NiA DIN 50048 3.1/ EN 10204 3.1 /1S0 10474 3.1 FAX : 82:061-3300-335
hitp:/iwww.skbend.com
PURCHASE ORDER NO., PO70408GSB SPEC. FOR MATERIAL ASTM A234WPB-W 064, ASME SA234WPB-W D4ED CERTIFICATE NO. QCLJ2008110458
PJT JOB NC. NA SPEC. FOR INSPECTION ASME B16.9 DATE OF ISSUE 2008.11.07
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- MANUFACTURED IN ACCOR. TO DIN 50049-3.1 & MEET NACE MR0175-2003 STANDARD SPEC. WE CERTIFY THIS MATERIAL HAS BEEN MANUFACTURED AND EXAMINED IN ACCORDANCE WITH ALL
-RT REPORT NO, : HIE-BS-SKALL-RT-08-11-017 REQUIREMENTS OF THE SPECIFICATION AND THE RESULTS OF ALL EXAMINATION ARE ACCEPTABLE.
+ REVIEWED BY : %’ Z ‘ 64/4
= WITNESSED BY : QW DIV, SENIOR MANAGING DIRECTOR
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