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CERTIFICATE NO.: E200910-0034-001219(5004627) - CERTIFICATES L/C No. (P/O No.) : 1103073882
A F 3 A F 2 7 :
COMMODITY E.R.W STEEL PIPE se H SIEAH Steel c:)rp CUSTOMER PLESA
A E A (F)Ml or M B F & A
SPECIFICATION : API 5LB PSL1/ASTM A53B(2007) HEAD OFFICE ; BONGNAE-DONG 1GA, JUNG-GU, SEOUL, KOREA SHIPPER DUFERCO_SA
POHANG PLANT ; 14-1, JANGHEUNG-DONG, NAM-GU, POHANG
HEAT NO. T%YP%] = 5 3 % 4 QUANTITY ) 2
NO. | (BATCH NO.) ORDER SIZE 2 F Z 4do ZZM/T) REMARK
*1 PCS TOTAL LENGTH WEIGHT
1 (Sﬂﬁgﬁﬁém) BBE 10" X 0.225 " X 6.120 M 658 4,026.960 M 151.374 | CONFIRM TO NACE NORM MRO175(LAST EDITION)
6720 ; «ERW: CHEMICAL COMPOSITION, HEAT TREATMENT AND HARDNESS ONLY
2 |(su19181040)| BBE 2" X 0.225 " X 6.120 M 259 1,585.080 M 70.900 | *DSAW:CHEMICAL COMPOSITION AND HARDNESS ONLY
9__
3 ¢ 51,119?{‘5?{%50) BBE 12" X 0.225 " X 6.120 M 65 397.800 M 17.794
myorostATIC | N [vD|F|s|c|ru|B|D|c|F|F|RF| 2zINC coATING CHEMICAL COMPOSITION(H) TENSILE TEST npact
TEST IT1|L|H|O|EA|E|R|R|L|L|EL TEST (Gage Length : 50mm) ) |marD-| HEy
A HHHR . |
HEAT NO 5sec| R | 1 Y R | gl D i i D| TENSILE | YIELD | E.L |ENE-|SHEAR TEST | ME!
{Rir|aN|{T|K|R|DE|T|T|H|I|G]|RT|VEIGHT OF 2| D lc|si| Mo [P |S |CulNi|Cr|Mo| V|NB|TI| |CEQ :
NO. | (BATCH NO.) Bl fus|e| |[EfuT|n N E|SE |z cont| F| 3| & L | STRENGTH | STRENGTH RGY | AREA
psi | UlulgolNl |S]AE]E Gl |EN) NG cToakl 2 3 |z2l2]2]z2(3]3]3 % mRC | o
AN T =
T2 G N | causs | #3 G #4 | %5 | 6 %7 +g [xg| DS psi 1410 |Jould % %1
7E 30 |max. | 26 120 | 30 | 30 |40[100 40| 15|80 22
SPEC TN 60200 | 35500
1] 93421 800 [G|G| G |G G “H [15]17] 63 [13] 2
(SHI9141010) - P l14|18| 64 |14| 4 |TR| 2|1 |TR|TR| 1|1 T| 70400 | 54040 | 35 71 G
- P |14|16| 63 |13 3 |TR| 2| 1|TR|TR| 1|1 w| 75270
= P | T| 72970 | 52760 | 35
] ol P w| 77830
2| 4-6720 750 | G6|G| G |G| G | M~ H 61 | 19| 4
(SHI9181040) : P 62 | 17| 6 |TR|TR| 1 |TR|TR|TR| 1 T| 69970 | 53330 | 34 8| G
P 60 | 21| 2 |TR|TR| 1 |TR|TR|TR| 1 W| 75540
3| 9-3422 750 | G|G| G |G H 62 | 15| 4
(SHI19181050) P 63 [16] 3 |1|2]|1|R|TR|TR| 1 T| 69830 | 52910 | 34 8| ¢
P 63 |17| 6 |1|2|1|TR|TR|TR| 1 Wl 74790
| 9| =1-BBE:Black Beveled End(30 °
N |1~ =112 |y | #2-U:Ultrasonic Test T '
9| Refer To | E | +6-Hi:Heat(Ladle) Analysis, PiProduct Analysis +7-2:X100, 3:X1000
E er % +0-T:Base Metal Transverse, W:Weld Part Transverse #10-E.L:Elongation #11-S.N:Seam Normalizing *G:GOOD  *Tr:Trace
. TWE HBREBY CERTIFY THAT TUE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE
Surveyor : SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. Manager of Q.M Dept.

- THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY

AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES
THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231)




