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TIANJIN UNITED STEEL PIP E CO.,LTD
MILL CERTIFICATE

PLESA ANAI . : ; : )
CUSTOMER CIAS. . S.A SECCYV We hereby certify that the material described herein has been manufactured and tested CERT;‘S_CATF MTCLZ1330
S in accordance with above specifications and the results of all are acceptable. =
PRODUCT ERW ROUND PIPE 2R GEATE 2 B, SAATRREEEIFEER R R AR &, HRIGE. L/C NO.: M929341
i HEAT TREATMENT | (¥)HN CONTRACT il
M.P HFW STANDARD ASTM A53 GR.B . OF WELDING SEAM | (- )Z NO. RU1330
STEEL HEAT NO SPECIFICATION | QTY wi CHEMICAL COMPOSITION #mftamer (%)
GRADE e A PCS : . : ; CEV
it A o MT ot ey C Si | Mn P S Cr | Mo | A Ni N Cu | Nb Vv Ti B Sn | Re | Ca G
_ B 31-04866 ©219. 1#5, 56#6150 32,053 178 017 015 0.40 0.023 | o022 | 00I | 0002 - 0.010 - 0,001 | 0009 | 0.003 | 0.002 - - - - -
B 32-04850 ©219. 136, 35+6150 65. 773 3zl 048 | 0.19 | 0.39 u;l;u o025 | o.m5 | 0.009 : 0.012 - o007 | o011 | 0009 | 0008 [ - = - = “
B 314795 ©219, 148, 18%6150 65. 419 250 016 017 | 64l 6020 | 0.022 | 0.010 | 0.007 0.010 0.008 | 0.008 | 0.005 | 0.001 - - - - =
TOTAL #it: (163.245) MT gy (749> PCS (30 :
i : : MECHANICAL PROPERTY OF WELDING SEAM () UT skt | HYDROSTATIC TEST
MECHANICAL PROPERTY OF PIPE BODY i ih4arttfe RE A BE 1 KR
e P SHEARING
Y.5 (Reo T.8. (R) FLATTENING 1.5 e WELDING | DELAMINATIN TEST
E. L. whitizh AREA e JARDNESS DELAY TIME
FR MR iR Jifs R AT hilish (D _ SEAM OF PIPE END | PRESSURE 9
fIcH %) 4} LR TiaE e TR 4 {RIE8 (]
WPa Wa WPa L & 1R4% 100% Wiz EN
C 172 143 JOINT RSy
310 445 30.0 = i OK 450 = = 0K OK 7. 5MPa 6s
316 440 31.0 - = OK 455 5 = : 0K OK 8. bMPa b6s
300 450 30.0 = = OK 460 = & 0K
STGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y. S=YIELD STRENGTH
WEHtRE it bait 3 E. L=ELONGATION

NOTES wui: 1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones.
RS — R, —E—RE .

3. Any changes by handwriting is invalid. f}
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