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Ceriificate No.: 10

Client Contract No, A20110301
Produc EAMLESS STAINLESS STEEL PIPE Grade TP316/316L
Spzcification ASTIM/ASME AVSA 312 Sizz B" X SCH1ILS
Supply Condition Hesat No. Baich No. Surface Finish Dimensional Check T {Total Quentityl Total Length Tolal Net We
Annzaled And Pickled YO11-307 A110304-2 SstﬁsFa::?.’ﬁry Satisfactory 10PCS 60.62M E52KGS
Heat Treaiment Detail Chemical Composition ( % )
" C Mn P s Si Cr Ni Mo Ti
1010°C-1150°C 3 ,
0.018 | €78 0.04 0 093 0.477 18.7 11.05 2.05
i {1 - s it B o o S
Tenal bre Piatel b, e nant 2rdnes
Testing ltem ensile Strength Visid Strengin Elongation Flatiening Test  ~ F%grént, Test Hardness
fpa Mpa A ’ HRB
Reguiremaent =515 #2205 Longi =35 ASTHI AS3S ASTM ASSS €80
Testing Data . 615 270 58 Satisfactory / 74 75
Grain Size intergranular Corrosion Tes! | Eddy-current Testing Uitrasonig Test Hydrostatic Tesl
0 ey
ASTM ETI2 ASTM A 282 Practice & ASTIM E428 ASTM E213 Mpa Hold Time
I~ Satsfzctory MIA Satisfactory i
Remarks P
1. thercury free NACE MRO1TS Inspsctor
Z. Moveeid repalr performed for biliel and pipe
13.100% P N
4. TUV Cerdi .
3. The mate [ssuing date :




