CODE (gig>: LZ/CX14-JLOTA

EREHEANETRAT

TIANJIN UNITED STEEL PIPE CO.LTD
MILL CERTIFICATE

N

NO ¢Sy 131226-2

PLESA ANAHUAC Y
cgs;gmgﬁ CIAS S.A. DR C.V. We hereby certify that the material described herein has been manufactured and tested | CERTIFICATE NO. -
PRODUCT in accordance with above specifications and the results of all are acceptable.
. ERF ROUND PIPE BABEUREZRE, £2F AT RETERIRERARS SR ERRBEE, HRINIT. L/C NO. M930222
MP HEAT TREATMENT
BT HFW i ASTM AS53 API 5L GREDE B OF WELDING SEAM E_J;“,g CONTRACT Na. | Rutsis2
. - 2T
STEEL SPECIFICATION QTY g CHEMICAL COMPOSITION wimsb2emar (%)

GRADE HEAT NO. | PCS CEV
P w5 Cam) MT (o) ) C Si {Mn| P S Cr | Mo | Al | Ni N {Cu|Nb| V Ti B Sn | Re | Ca o
B 31-12740 @219, 148, 18%6150 98, 851 377 0.5 0.15 0.42 o025 | ooz | vois | oowo | - 0.010 - 0.008 | 9.010 | 0.008 | 0.006 - - - - -

B 32-12827 ©219. 1#8. 18+6150 31.925 122 0.12 0.14 0.41 0.024 | 0.022 | 0.010 | 0.011 | - 0,008 - 0.011 | 0000 { 0012 | o004 - - - - -
TOTAL i3t (130. 576> MT cmo> (499> PCS 0
. MECHANICAL PROPERTY OF WELDING SEAM () s HYDROSTATIC TEST
MECHANICAL PROPERTY OF PIPE BODY & tctyminfs MEREEYETAR KE
b2 SHEARING FLATTENENG
Y5, (Rasd T.S. (R T.5. P WELDING | DELAMINATIN TEST
« E.L. i h AREA ER HARDNESS DELAY TIME
RBRIER HiprIEa Bifh A WTh (1) SEAM OF PIPE END | PRESSURE 3%
R () [0} BmR R R R
¥Pa MPa t 12 13 | Jonrwig HPa ¢ BE100% | ERSE BEH
320 440 30.0 - - 0K 450 - - - - - -
310 445 28.0 - - 0K 455 - - - - - -
SIGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y.S=YIELD STRENGTH  T.S=TENSILE STRENGTH
E=ringaEit R E. L=ELONGATION .,,,I_MP‘-—-_IMPACT VALUE (IND)

NOTES #im: 1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones.
AEES-RERAEE, —EE—REEIT.

3+ Any changes by handwriting is invalid.
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2. Quality defects occurred in+ir nsit s

4, This certificate shouldibé pr

INSPECTOR e : A%

CONSIGNOR 21 m;: FRIZ




