
I n d .  M a a s s  d e  M e x t c o  S . A .  d e  C . V .  
c a r r e t e r a  P r e s a  lLa A m i s t a d  Kiii. 7 ,  C d .  A c u n a ,  C o a h u i l a  ~ e x i c o  2 6 7 2 0  

~ h o n e  8 7 7 - 3 - 0 6 - 2 0  F a x  8 7 7 - 3 - 0 6 - 2 2  
M I L L  TEST REPORT 

SOLD: WILHELM MAASS 1 N T E R N A T I O N A L . S  DE RL  DE CV 
1 2 / 1 3 / 0 5  

TO:  

CUST P . O . # :  0 3 3 6 - 0 5  O R D E R # : 1 8 5 6  

I T E M  QTY HEATCODE 

I T M  C 
- - - - - - - - - 

D E S C R I P T I O N  

I T M  T E N S I L E  Y I E L D  ELONG.% R 0f A % RHN CtiARPY 
- - -  - - - - - - -  - - - - -  - - - - - - -  - - - - - - - -  - - - -  --.----- 

M A T E R I A L  
---------.--- 

FORGING TEMP: M I N .  1 9 2 5 F ( 1 0 5 0 C ) / H E A ~  TREATMENT:MIN.  1 9 2 5 ~ ( 1 0 5 0 ~ ) / S O L U T 1 0 N  
ANNEALED/WATER QUENCHED. M A T E R I A L  MEETS NACE M R 0 ~ 1 . 7 5  R E Q U I R E M E N I S .  M A T E R I 4 i  
CONFORMS TO S P E C I F I C A T I O N S  A / S A 1 8 2 M - 9 8 ~  
NOTES : 

T H I S  I S  T O  C E R T I F Y  T H A T  THE M A T E R I A L  FURNISHED ON T H I S  REPORT COMPLIES IW 
A L L  RESPECTS W I T H  THE S P E C I F I C A T I O N S  I N D I C 4 T E D  FOR EACH I T E M .  

WE C E R T I F Y  THAT ABOVE F I G U R E S  ARE CORRECT I N  ACCORDANCF W I X H  OUR RECOKOS. 
, .,. 

REGISTERED T O  1'50 9 0 0 1 : 2 0 0 0  BY TUV SAARLAND E . V .  
; /!,,,::fj i n d .  M a a s s  de M e x i c o  S . A .  d e  C .  APPRGVED BY . /., . . .. 

A I J M I N T S T R A T I V E  A S S '  F .  


