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TEST CERTIFICATE W CERAFED BY NV Purthase order 257
CERTIFICAT DE CONTROLE =~ ==I150 9001=— Commande
PROVA - ; . ) ) - . o i Y
) J'zsutve Iy v C% Si% Mn % S% P% Cro Ni% | Mo% | Ti% Cu% V% " -
URXF  ASTM A105/10 10/73859 0.185 | 0.230 |0.880 [0.003 [0.010 |0.150 0.050 D.010 [0.018 {0.170 |0.019 0.028 0.382
-> Nb%=|0.002 | B %=/0.000 Sn%=10.009 CEs%=0/.3317
PROVETTA SNERVAMENTO ROTTURA ALLUNGAMENTO CONTRAZIONE DUREZZA PIEGA | SCHIACC. RESILIENZA
PROVA Test specimen / Epreouvette MPa> MPaz %> %> HB Impact test / Résilience
Test ) ) } ) Bend test | Flatt. test peny] o -
o Se;iE:lllul"SEeCt. Ler#g;ltmugnzgeur Limietlg ;‘terleaggitgté TEI‘I?‘I{fpz[]TrEéngth AEII((:]rTg:rtTll%%t Reduscttrlirg:ig;area ngl?[r;t‘aéss Pliage | Aplattiss. |.lmUMW“ . Type Tesi temp VALORE / Value / Données
URXF L | 30.7 25.0 317.5 526.0 34.8 62.4 145-149 J KV 0 47-38-69
PROVA FORMA . — —
EpTrza;JtVe NOTE / Remarks / Notes ——T Shapo/forme - 1 =9 2=0
URXF  ELECT.FURNACE-NORMALIZED AT 900 C COOLED IN STILL AIR. /CERT.11861.MEGA/I1*582981MEGA
o | ey Cilomercods | DEScAIONE/ Descrption/ Descrpton VISUAL  AND
Epreuve | Pos. Quantité Code client DIMENSIONAL
URXF 081 1300 90 DEG. ELBOW S. 3000 SW A/SA105N 1.1/4 0K
ENTE UFFICIALE DI COLLAUDO CAPO COLLAUDO
NOTE / Remarks / Notes Inspection Authority Chief Inspection DPT
Service Inspection Officiel Responsable assurance qualité
MATERIAL ACCORDING TO NACE MRO175 /
IS0 15156-1-2-3 Ed.2009 DOC. CERT.
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