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CERTIFICATE NO * HIE2007-0014 PAGE : 1
405-30
DATE OF 1| - HEAD OFFICE © B9BLOCK 4LOT. GOZANDOMG, NAMDONG-KU,
SSUE Jan. 257 2007 4 o ionea
INCHON PLANT TEL : (032)815-6386-8
L/CNO (P/ONO) : 1103044854 A FAX : (032)815-6389 y
COMMODITY “,, @wm%nww zhwo%mﬁwWUmw ,wqmn_u.m_w wﬁm. ASTM SEOUL OFF ICE E-m_.amm,.n.zm.._.a 3-GA, JUNG-KU , SEOUL,
- LLOWIN OWN . ) 5141~
CUSTOMER : purenco sa T ey
SPECIFICATION ASTM 500 GR-B
! PHYSICAL PROPERTIES
HYDRO- CHEMICAL COMPOSITION IMPACT TEST
TYPE STATIC (g T©)
OF DIMENSION QUAN- WEIGHT TEST REMARK
PIPE TITY . YIELD TENSILE
END | (OUTDIA. XTHICK. XLENGTH) HEAT-H0.. STREN- |  STRENGTH C|si|un|P |s |cufNi|cr|mo|No | v [Ti|B [HARDNESS| Ceq |ENERGY|sHEAR-|(HARDNESS)
(PCS) (KG) K/ ot GTH (EL) AL
I PSI %3 B %6|Wx7
*1 %2 %3 *4 PSi % |x8] x100 |x1000 X 100 x 1000 HY  |x1000] JOULE] %
BPE {NB| 4°X4" X 0.313" X 40" * 81 21,825 | SR19191 46,397 68,001 25 [H|17] 2 |34]11] 4 0 )
BPE {NB| 4°X4" X 0.313" X 40' 124 33411 |7 SR17790 51,472 71,045 24 |H|[19] 2 {38]|17] 3 0%
BPE INB| 4°X4" X 0.375" X 40 91 28,514 |7 SR17844 49,152| 69,740 23| H|18] 2 |40]12| 2 2)
BPE |NB| 4°%4" X 0.375" X 40 234| 73.320]” SR18699 46,397| 69,016 25| H|[17] 3[32]13] 4 S
BPE |NB| 6°X4" X 0.250" X 40" 21 5,940 |~ AD4155 50,602] 69,161 25| H|14] 2169]14]| 8 ]
BPE [NB| 6"X4" X 0.250" X 40’ 60| 16,971 \ 0411232 47.122] 65,246 32|{H|18]| 5(26]15| 4 -
BPE [NB| 6"X4" X 0.250" X 40" 231 65,340 |/ SR20926 46,397 62,491 25 H{17] 1 |32]11] 6 ~
BPE |[NB| 8"X4" X 0.250" X 40 85| 29a%8 | ROB61006 47,122 68,146 28 | H|16]| 9 |93]16[15
BPE |[NB| 8'X4" X 0.375" X 40' 7 3,491 |7 RO61011 47.122| 69,595 25| H{17] 8lasl17]14 v )
BPE |NB| 8"X4" X 0.375" X 40' 95| 47372l SR20637 46,107 66,261 26 | H|16] 1 ]32]13] 3 6‘w
BPE |[NB| 8"X4" X 0.500" X 40' 35| 22402 C061003 46,107 65,246 33| H|[17] 1 ]|57]18]15
I, %10 *11 %12 %13 %14 %15 %16 17
LS50 A VISUAL Wﬂmoqu—_mzmﬁoz FLATTENING (B) TEST | WELD DUCTILITY TEST zczcmw_qmcoq_w_‘m TEST DRIFT TEST FLARING TEST CRUSH TEST REVERSE FLATTENING TEST
u.7T .m
GOOD K
NOTE 1 %1 Type of pipe End . . . .
"BPE .m_mnm..mu_mmm..m_.ﬁm : " mu.mm Galvanized Emumlan_l.w g * 2 NB:Norminal Bore, OD:Qutside Diameter # 3 Unit (M:mm, I:inch)
el quare-cu 138 vanized Flain quarecul.. % 4 Unit (M:Meter, F-Feet, I:inch) # 5 G:Good * 6 Base Metal
:BPEB :Black Plain End Beveled GPEB :Galvanized Plain End Beveled * 7 W : Weld Part # 8 H:Heat (Ladle) Analysi . Ivi
{OTC :Black Tyroaded & Coupled GTC :Galvanized Threaded & Coupled | ¢ POST SEAM ANNEALING %10 Visual & Dimension Test %11 Figtt ; 1
(o Plack Vieumusic doint GVJ :Galvanized Victaulic Joint %12 Weld Ductilty Test % 13 Nondestructive Test %14 D ag.mmw, mwzp«r m
ETC Enameled Threaded & Coupled #15 Flaring Test # 16 Crush Test %17 Reverse Fiattening Yest ~ -
WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN HAS BEEN Q/.N
SUPERVISOR ACCEPED IN ACCORDANCE WITH THE PRESCRIBED SPECIFICATION AND ORDER INSPECTION MANAGER
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