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INSPECTION CERTIFICATE .
R = RECHANICAL CCRPOSITION
THERGy PLCS DESCRIPTION SPECIFICATIONS - HEAT Ne. TENSILE | YIELD ELONG RlArea | HARDNES
Mipa Mpa % % HE
1 i 3.0, 36" 150# R.F. ASTM A-105-05 835 497 269 24 36 146
2 60 Wi, 1 3J00# RF. - ASME SA-105-05 07800401 487 259 12 36 184
3 50 W.N. 2-1/2" 150# R.F. SCH40 ASME 316.5-2003 B19 536 284 33 38 140
4 150 W.IN. 2-1/2" 1508 R.E. SCH-40 MNACE MR=0175-03/05 958 496 267 35 34 172
CHEMICAL COMPOSITIGRR
ITENMI HEAT. No. (= Min P 5 . 8i - Cu- Ni » Cr = Wi e W oa M CE
1 i B3§ 0.186 0.759 C0.025 0.036 0.240 - 0.264 $.027 0.095 |. 0.098 0.001 - 0.37
I (7K00401 0.180 0.630 0.021 B.023 0.200 0.170 0.060 0.050 0,040 0,036 - 0.33
3 8§19 0,243 0.856 0.027 G014 0.170 . 0.254 0.032 0.053 0.004 - 0.001 - ] 0.42
4 938 0.194 {3,699 0.030 0.018 0.200 0.110 0:011 0.090 G160 0.010 - . 0.36
= P TR FLAN T
{w v ng %i
* The sum of coaper, niclksl, chromium, melybdenum and vanadism shall not excead 1.00 % ._@ : N‘E@&'BH_ : [ERIT.
The sum of chromlum and molybdenum shall not exceed 0.32% @ \ 7\
Ni+Ow)/ 15 ' [ m
NOTE: FORGED ROLLED 1450°C -1200°G . I‘“’li"?\ 1] g “D \Q ”
NORMALIZED-800°C AND ALLOWED TO GOOL I STILL AIR. - %\E—%\ AR A i




