Regiomontana de Perfiles y Tubos, S. A.deC. V.

tra. Poniente #104, Parque Industrial Monterrey

2.017012.0080

Apodaca, N. L.
‘ MILL CERTIFICATE
No. 20091026-1
P. 0. No: NTA ~ DATE Octubre 26, 2009 |
SUPPLIER Altos Hornos de Mexico, S.A.B.de C:V. CUSTOMER PLESA ANAHUAC Y CIAS SA DECV
STEEL GRADE  ASTM A-568 MANUFACTURING  AS PER ASTM-A513
] QUANTITY CHEMICAL COMPOSITION TENGILE TSl
ITEM SIZE No. OF PCS|  DIMENSIONS TEST RESULTS PORCENTAGE VIELD TENSILE | ELONGATION | REMARKS HEAT
- | OR WEIGHT HIDROST] FLATTENING | DRIFT C M P S TRENGTH | STRENGTH o NUMBER
M. TON TEST TEST N Pst pS
1 |POLIN-12X 3 172 . 80 [12.00MT | 12 | NA N/A N/A 10.0950]0.3160]2.0090 {2.0070] 61230 | 68230 28 FAC196792 | HN490461
2 |POLING X2 : 280 6.00 MTS 14 N/A N/A N/A  }0.1060}0.3290}3.0080 3.0100 54360 62500 29 FAC196792 | HN293655
3 |[PTR3X2 ' 200 {B.10MTS| 07 N/A \N/A N/A 3.090010.3300{2.0170 [2.0170| 52630 | 61780 ki FAC1‘96792 HN189418
4 |PTR2X2 : ’ 294 6.10 MTS| 12 N/A N/A N/A 10,1050 9.3820 53110 | 60470 31 FAC196792 | HN294218

RESULTS.

- WE CERTIFY THAT THE ABOVE DESCRIBED MATERIAL SATISFY THE TEST

INSPECTOR _




