P. O. No: N/A

Regiomontana de Perfiles y Tubos, S. A. de C. V.

1ra. Poniente #104, Parque Industrial Monterrey
Apodaca, N. L.

MILL CERTIFICATE

SUPPLIER Altos Hornos de Mexico, S.A.B.de C:V.

STEEL GRADE  ASTM A-568

No.
DATE
CUSTOMER

MANUFACTURING

20091126-1

Noviembre 25, 2009

PLESA ANAHUAC Y CIAS,SA DE CV

AS PER ASTM-A513
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QUANTITY CHEMICAL COMPOSITION TENSILE TEST
ITEM SIZE No. OF PCS|  DIMENSIONS TEST RESULTS PORCENTAGE YELD | TENSLE [ELONGATION | remarks | HEAT
OR WEIGHT HIDROST] FLATTENING | DRIFT C M P S | STRENGTH | STRENGTH % NUMBER
M. TON TEST TEST N PS| P
1 |PTR2X2 280 |6.10MTS| 14 N/A N/A N/A {0.1010/0.3100{2.0200 [0.0080| 54630 | 62450 32 FAC197631 | HN292426
2 |PTR2X2 210 |6.10MTS| 12 N/A N/A N/A 10.0830/0.3480/2.0110/2.0130| 52790 | 62120 30 FAC197631 | HN194339
3 |[PTR4X3 64 |6.10MTS| 09 N/A N/A N/A 10.0900/0.3300/2.0170|2.0090| 54230 | 61980 30 FAC197631 | HN192851
4 |PTR4X4 » 60 |6.10MTS| 11 N/A N/A N/A [0.0960]0.3240(2.01702.0140| 53230 | 61230 30 FAC197631 | HN194208
5 |POLIN 12X 3 1/2 80 |6.10MTS| 12 N/A N/A N/A [0.0960]0.3210{2.0090 [0.0170| 61110 | 68420 29 FAC197631 | HN490470
6 |POLIN8X23/4 - 150 6.1;;Q4I:VITS 14 N/A N/A N/A {0.0920/0.3300{2.0150 |0.0090| 61230 | 68450 27 FAC197631 | HN272470

RESULTS.

- WE CERTIFY THAT THE ABOVE DESCRIBED MATERIAL SATISFY THE TEST

INSPECTOR




