.

|
|

S

|
|
|
|
f

|

;
|
|
I
|
|
i
|
}

ABNAHMEPRUFZEUGNIS - INSPECTION CERTIFICATE
CERTIFICAT DE RECFPTION PAR L'USINE 3.1 C.C.R.U.

nach / according o EN 10 204-3.1

SCHOET ERBLECKNANN
Fdeistahlialn Gmbtl

Rohystrasse 1

L2630 emils, Ausina

Fel: 0263613 16/469

Funi 026303160683
BesteltersBPurehaser/Commettant
GEOBAL STAINLESS SUPPLY INC

U HERATLWOOD DR

SUATE # 130

HOUSTON TN 77078

[ENY

&
\\ o~ \ -
iRy :

869291

eanied Masufidtorer B PR AT IVTL

Zanhidoner Henieler ndy DT 27800 _l

-

Zert/eert:

Seite/Page:

Datum/Date: 01.02.2010

Restell-Nr/Purchaser’s Order Nof No. de commande:

Anftrags-Ne.iWorks Order No/No. de commande d'usine;

ErsengnisiProduct/Produit.:

SLANL STAINL. STEEL TUBES/PIPES,

SBS GRADL A200, TP316/TPI16L.,

e-mail: helga. harather@sber.co.at : o

TRANSMAR SERVICES
8525 MARKET ST. RD
HOUSTON. TX 77029

LISA

7781RB

462841

FINISH CFD = COLD FINISHED, HEAT-TREATED, PICKLED,

TECHN. CONDL ACC,

ASTAAZIVAZIZM-06, ASTM AB76/A376M-06,

ASVE SFCTIPART A SA312/SAZIIM-2007 ED.,
COASMIESECT I PART.A SA3T6ISAITOM-2007 ED.,
NACE MROTTSASO 15156-3:2003, NACE MRO103-2005

CORRPTSTTO MIL-P-24691/3(ASTM A262 PCT.E), ONE CHECK ANALYSIS FROM EACH HEAT |

PO ERANCES ACC
ANTN AU AN 04 A,

ASME STOLIPARTA SAS30SASIOM-2007 ED.
HANDOM LENGTH 5200 MM - 7 200 MM,

PLAR ENDS,

1 deferung/Beser/Liste deseras

i
1
H
i
H

Liclerschem NMenge Gowichi Stk
el Naote Quantily Metweight Pcs
Avisdenp Poids Potds net Pcs
0050228 503543 M 965,00 KG 37

LUIAN 27T MM/

Eavehnisder Priifunpin

2'NB X SCH 10S /10 603 X 2.6 MM

Schinelze Lot-Nr.
Heat Lot-No.
Caulee Lot-No
042250 198599

163947

174

Pos. RO

Test Result/Resulrat ges esyais:

Dic westuiien Anforderungen sind er(dlif.
e matertal has been furnished in accordance fo the requirainents.

L readerial w 1E omvé

Jactea b wieranks,
Boend ol ManefeQieeer
ALmgies e Voo

conforme aux #xigences.

Zeichen das Trafurs
SBS Symbol of mspatar
Symbote de Vinspeiicur

SCHOELLER-BLECKMANN |

EDELSTAHLROHR GMBH

Srahfior

FR. H. HARATHER

(DER WERKSSACHVERSTANIRG L
(WORES INSSTC TORLENPERT D 4y NUH

R LRGA Ll
Ferrurune: Waniiov Ny, £33 i




o
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ABNAHMEPROFZEUGNIS - INSPECTION CERTIFICATE
CERTIFICAT DE RECEPTION PAR {’USINE 31 C.C.P. uU.
nach Faccording to KN 19 204-3.1

ZevTeder Hentlice mach DGR U2 2L

Cea Ced Kiwstacts e to P12 ¢

yenty LRQA Gak H

NeassatnertidensiTostosn No 3518

AT o S

SCHORLEFR-BLECKMANN Zerlicert:
1:delstihlrots GinhEl

163947

Rohnstrasse |

A-2630 Termive, Austix
Uel: D26303 16449
Fax: 12630316/683

Schawelse MessNr
Heat No

Seite/Payge: 274

DatunvDate: 91.02.2010
e-rnail: helga.harather@sber.co.at

Chentische Zusammensetzong/Chenicat Composition/Composition chimique (%)

P S CR MO Nt
0,025 0,004 17.00 2,20 1115

couler Na C sl
01259 t Q011 .32
Produktanalyse/Product-analysis‘fAnalyse chimigue sur produit

No C SI ¥IN P S CR
BERRET] 2 nola 0.32 1,51 0,026 0,005 [7.06

MechanischeEigenschaften/Mechanical PropertiesfCharact. mecaniques

HARTVEHARDNESS/DURETE
PritNe/ fest-NurNo Bpr.: 198599
trohe 1IRB

Simple

e

ni ol
! 72
1 Rl

2 [

ZUGVERSUCH/TENSION TEST/ESSAI DE TRACHION
Pritf-Ne Test-NorNo.Epr.s 198599

Probe LENMP RPO.2 Riv A2'
Sawple T C Nfmm2 N/mm2 %
T R 1} 205 513 5
Hu 20

1 20 239 567 43
2 >0 280 308 46

Ergebnisse weiterer Prisfungen/Further test resufts/ Résultat d’autre essais
INTERGR CORR.TEST ACC. TO ASTM A262 PRACT.E: SATISFACTORY. -

MO N1
2,26 Li4

frgelmis ter Pridungen/Vest Resnit/Resuliat des esﬂ's

Dic gestelifen Anforderungen sind eefall.
I he msteriat hax heea furoished in accordance o the rajuirements.

1o materizd 3 (R (rooy é comforme auy exigences.

Zorekon s Lavter

AT R IRONS ERITURUN HE Zarchen des Prufos
Rrsnt ol KLtk SBS Symbaolut mspycion

Masgruesods Puang Symbole de Paspectens:

SCHOELLER-BLECKMANN
EDELSTAHLROHR GNMBH

Saratho

FR.H. HARATHER

(DER WERKSSALIVERS T ANDGI Y
(WORKS INSPECTOR LENTLRT DI LSty




SCHOELLER Levmipenar fherd o ey DER ALEG
g [%EE{ (S:TK J??LQC?H)\XJ{ Cerufind Mur f res 13 PLO 2 VEC
SEAMLESS STAINLESS vty bR ot
MHASHOS ZUM TRITIG Kene-s et Len

ABNAHMEPRUFZEUGNIS - INSPECTION CERTIFICATE
CERTIFICAT DE RECEPTION PAR L'USINE 3.1 C.C.P.U.
nach faceording te EN 10 204-3.1

SCHORLLER-BLECKMANN T 7 Zerticert: 163947
Fdelstablrohe ¢imbH
Rohystrasae |

A-2630 Ternits, Austsiit
Vek: 026303 16/469 Datum/Date: 01.02.2010

Fax: 02630316/683 e-mail: helga.harather@sber.co.at

Seite/Page: 374

FOSUHVT MATERIAL IDENTIFICATION TEST ON EACH TUBE/PIPE

1Y "N-RAY F] UORESCENCE-ANALYZER™ SATISFACTORY
FEAFTENING TEST: SATISFACTORY

SOLUHON ANNEALED AT 100 °C | 10 min AIR

HYDROSFATIC TEST 96 BAR L1400 PSION EACH TUBE: SATISFACTORY

SOLUTION HEAT TREATMENT: 1060°C (1940°F), 10 MIN.
WATER QUENCHED, COOLING TO BELOW 800°F IN LESS THAN 3 MIN.

ALY LERIAL JOENTIFICATION ON EACH PIPE: SATISFACTORY

COMATERIAL IS FREE OF MERCURY CONTAMINATION.
NG WD REPAIR HAS BEEN PERFORMED ON MATERJAL.

INTERGRANULAR CORROSION TEST ACC.TO ASTM A262 PRAC.E: O.K.

IN TERGRANULAR CORROSION TEST ACCORDING TO Mit.-P-24691/3
(SENSHHZED 675°C (1250°F) / 1 HOUR 7 ARRCOOLED ).O.K.

THE TUBES CONFORM ALSQ TO NACE STANDARD MROT75-2003/MR 01-63

W CFRINEY THA ) THIS MATERIAL HAS BEEN MANUFACTURED

AND EXAMINED IN ACCORDANCE WITH ALL REQUIREMENTS OF
THE SPFCIFICATION AND ORDER CONFIRMATION AND THAT THE
RESOL TS OF AFL EXAMINATIONS AR ACCEPTABLE.

MARKING: SBS -

[ IINMENSION - HEAT NO. - LOF NO - SMLS

SEFFLMAKING PROCESS: EF + AOGD

ABBREVIN FTONS: .
RPD2 - YIFLD STRENGTH KG = GRAIN SIZE :
RM - TENSILESTRENGTH — CONVERSION:
A2 = BLONGATION EMPA -~ 1 N/AEME? = 145,037 PSE
nis det Privfungent Test Result/Resultat des essais: SCHOELLER-BLECKMANN

l)h: aesteltien Anforilernnpen sind erfullt. EDELSTAHLROHR GMBH

‘[ e materiud Iras been furnished fn accordance to the requirements.

Lo anteriad o (& teouvé conforme 2ux evigences. QWZ‘/

Jeiciends Licterwerbs Zecha des Prifon: FR H. HARATHER
. g ;.
Gl Vaenta e SIS Symbol of inspeenne
(DZR WERNSSMINTESTANDIUR)

N o .
Symbole de Mnzpueseut: TWGRKS INSFLL FORIENFE2Y BLUSISE)

g

i




ABNAUMEPRUFZEUGNIS - INSPECTION CERTIFICATE
CERTIFICAT DE RECEPTION PAR L'USINE 3.1 C.C.P. L.
e Saccording to BN 10 204-3.1

LA TRRIAL IS T FRELVON RADIOAK TIVITAT/
MATERIAL S FREE OF RADIOACTIVE CONTAMINATION

SUHOPLUER-BIECKMANN -~ 777 Zertdeert: 163947
Fedclstahbrahr GmbH

Eohramisse | SeuerPage: 4/ 4

N6 ety Auston

Let: 026303167169 Datim/Date: 01.02.2010

Fax: 02630316/683 c-mail: helga.harather@sher.co.at

2o 12 B oher anb BGR 220 G
Col. It Ltare, w FUD T 2T CC

wordy L&JA Lol

Rermeravleovitiva< 1 Mo 0323

i !
4

|

i

|

|

i

|

i

§

- e e —]
Urgebnis der Py ofungensTest Reswit/Resulta dus esyuis: SCHOELLER-BLECKMANN
Bie gstellten Anforderyngen sind erllit. EDELSTAHLROHR GMBH

( Fhe maierfs! has bren Tarnished 5o accordasce 1o #he reguireinents.
La wsterfad o ot (reuvé confirme zut evigentes. ei/
|
i . 8
PSochotens ot ks Zeichen des Pfes: R q
AR RRELERSLN L o X e FR.H. HARATHER
l fed ol Famtacinzes SRS Symbol of mspen; .
. N (DETRCRRSS AL HVERSTANDHGE)Y
P s de Tusye. Syimbole de Finspactenr (RWORKS INVCECTOR LENFCRT DI MIsING)




