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INSPECTION CERTIFICATE
ABNAHMEPRUFZEUGNIS

UVIERENJE O PREUZIMANJU

BN 10204:2004 - 3.1
EN 10204:2004 - 3.2

: Br. (No.,Nr)) 1593 BC
Ll

Sisak, 11.07.2011

Gtpremnica br. { Dispaich No.; Absandiiste Nr.j

Kupac (Customer; Besteller}

CMC - Cometals Stest

244, 257 6565 N.Mac Arthur Bivd, Suite 800
Irving, TX 75039 U.S.A.
Ugevor br. { Ordermumber; Rastellungsnummer) Norma { Standard; Norm} Materijal, (Grade of steel;
7-9916, £.0. 65444, Itlem 009, P-3089 APL 5L, 447 ed., 2007. Werkstoff)
Predmet { Article; Gegenstand) ASTM A 106/08,ASME SA 106/ 09
SEAMLESS LINE PIPE BPE HOT ROLLED,IN LENGTHS ASTM A 53/07 ASME 54 53/09 Gr-B/X-42 PSL 1
19 - 21 FT, PROTECTED BY BLACK VARNISH, WITH PLASTIC CAPS NACE MR 0175/03.par.AZ.1
ON BEVELED ENDS
Dimenzija { Dimension; Abmassung) Kolicing, ( Quantity; Menge) tspitni tlak, {Test pressure,
— e I Profdruck )
— o ik Pes o f kg i Hydrotest-Passed
- 5,563 x 0.375] 170 107451 3522,0 34,135 75,264 3000 PSI/5 s
Talinabr. 1 . Kernijska analiza ( Chemical analysis; Chemische Analyse) %
Heat No.
Schmelze Nr. G Mn P ) Si Cu V Mo Al Cr Ni Ti Nb
HT 16231 0,14 | 0,77 0,009 | 0,009 | 0,27 | 0.21|] 0,00 0,02 | 0,026 | 0,09 0,10 | 0,003 10,003, HA
0,14 | 0,77 0,009 0,008 | 0,26 | 0,21 0,00 | 0,02 0,025 | 0,08 0,10 | 0,002 | 0,002 PA
0,14 0,76 | 0,008 0,008 0,26 | 6,21]] 0,00 0,02 0,025 | 0,08 0,10 0,002 | 0,002] PA
Melting: E Mehanitka svojsiva { Mechanical properiies; F tigkeitseigenschafien)
Granica Cvrstoca Istezanje %
Yield point, Tensile strenght Elongation %, Test specimen HARDNES TEST
Streckgrenze Zugfestigkeit Dehnung % Dimensicns max 22 HRG
psi ~ psi AZ - B (max238HB)
min42,100 min.B0,200 min.30.0 in
HT 1623 44,941 69,243 41.3 1.00 x 0.389 144 HB
Mercury Free
Free of welding and weld repairs !
Fiattening test satisfactory. | e
Electromagnetic Inspection G.K,{S % of wall [thickness).
Ovim potvedajero, da je gore opisani matesijal testiran { da odgovara uvjetima iz ugovara.
We hereby corfify, that the material described above lias heen tested and complies with
s wird bestatigt, dass dic Lisferung gopruft wurde und den Vereinbarungen bei der Be:z
FIA - Heat snalysic Tnspestor Notifi¢d ertfer 22 kvalitetu
PA - Product anelysis Sachverstandize(r} nipr, Ingenieur der Qualitit)
1.-Longitudinal Ao
Milnovi¢, B.5¢.




