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Spec. for Material Spec. for Inspection Surface & Dimension N.D.E. HEAT TREATMENT
ASTM A234-07/ASME SA234-07 WPB _ .,
NACE MR-0175 ASME B16.9 GOOD MT : GOOD NORMALIZED (850°C X 0.5HR)
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We hereby certify that the material herein has
been made and tested in accordance with the
above specification and also with the
requirements called for by the above order.

[ Reviewed by

] Witnessed by

1MPa = 145.037 psi
1MPa = 0.145037 ksi

- 1psi=6894.76 Mpa

* 1ksi = 6.89476 Mpa

C.E. = C+Mun/6+(Cr+Mo+V)/5+(Ni+Cu)/15
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above specification and also with the
requirements called for by the above order.
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1psi = 6894.76 Mpa’
Tksi = 6.89476 Mpa

C.E. = C+Mu/6+(Cr+Mo+V)/5+Ni+Cu)/15
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Spec. for Material Spec. for Inspection Surface & Dimension N.D.E. HEAT TREATMENT
ASTM A234-07/ASME SA234-07 WPB ) .
NACE MR-0175 ASME B16.9 GOOD MT : GOOD NORMALIZED (850°C X 0.5HR)
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P/O NO. ' RAW MATERIAL CERTIFICATE NO.
SAMPLE MADE FROM SEAMLESS PIPE QA100330-01
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Spec. for Material Spec. for Inspection Surface & Dimension N.D.E. HEAT TREATMENT
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