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LHEHSE o P MEMHS
P/C NO. RAW MATERIAL CERTIFICATE NO
BSC 2010-222 (PSJ5724) MADE FROM SEAMLESS PIPE QA100724-02
MzaaA A 2 SR = H AL BT 2 A} RS
Spec. for Material Spec. for Inspection Surface & Dimension N.D.E HEAT TREATMENT
ASTM AZ34_0S/ASME SAZ34-05 WPB ASME B16.9 GOOD MT:GOOD NORMALIZED (850°CX0. 5HR)
] 3 & M8 0 F RIS = N I I -
HEHSE CHEMICAL COMPOSITION (%) Tensile Test  Bending |5 DA H[EEAIRBAMNE 1 o
STD STAMP V-PIT-STEL TBA | Test | 'atteninfHardnesy Impact| ..~ [C-E
NO. C|Si(MnjP{S [CrMo| N |CulV INbIN o, [upa @ e | O Test [Test(HB)| Test Test
2= B MIN 0.10]10.29 240 | 415 22
SPEC 8
QTY| MAX g0 1.06(0.05}0.058 0.40[0.15§0.40{0.40]0.08 655 197
RED TEE STD 0.19(0.2410.56{0.018[0.0094 0.0110.01 |0.01|0.01]0C.01 320 | 465 32 <197 0.29
168" X 8" | 2 | 0233
RED TEE 38TD
0.19(0.26[0.55(0.023]|0.0040.011]0.01 1 0.01 j0.005| 0.01 305 | 475 32 <197 0.29
18" X 12" I 3 | 0223
T
RED TEESTD 0.19]10.26|0.55(0.023/0.0080.011]0.01 1 0.01 10.005 0.01 305 | 475 32 <197 0.29
" x1e' | 3 [ 0223
RED TEE STD 0.19|0.26] 0.55 {0.023]0.0080.011] 0.01 { 0.01 |0.008| 0.01 305 | 475 | 32 <197 0.28
18" X 16" | 3 I 0223
RED TEE STD 0.210.260.55|0.02[0.011|0.009 0.01 [0.009j0.011] 0.01 325 | 485 | a0 <197 0.31
20" X 18" [ 3 | o224
We hereby certify that the material herein has IMPa = 145.037 psi z 3z 2 =2 2
been made and tested in accordance with the iMPazg-Ol:;gﬂPkﬂ QUALITY ASSURANCE DEP'T
above specification and also with the pst="V. a = .
g lksi = 6.89476 MPa A& hAA=EH

requirements called for by the above order.

QUALITY INSPECTED AND SUPPLY BY ST&H CORP

MANUFACTURED BY PUSAN COUPLING CO.LTD

C.E.=C+Mn/B+(Cr+Mo+V)/5+(Ni+Cu)/15
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